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As now operated, the chloride cakes are packed in "soaking vats' of
acid-proof stoneware. These receptacles are rectangular trays of 12 gal.
capacity, 6 in. deep inside, and about 20 by 24 in. They hold about
75 Ib. of chloride cakes, aternated with layers of iron punchings spaced
about 11/2in. center to center. Dilute sulfuric acid is added to dart
the reaction, which is adlowed to continue for two or three days. The
liquid is then removed, as it is saturated with iron sdts, stopping dl
action. A fresh lot of very dilute acid is added, and in a day or two
the action is complete. The silver and copper are dl reduced to metal,
but not dloyed. The metd is removed, picking out the remaining iron
dugs for further use. The reduced metd is now washed with water,
partly air-dried, and mdted into bars averaging over 990 fine.

When bars of higher fineness were made the copper was removed
by leaching with feric chloride. The reduced metal, after removing
the iron dugs, wes placed in a sosking va and trested with a ferric
chloride solution made by passing chlorine into some of the ferrous
solution produced by the reduction of the slver chloride with iron. The
chlorine is abisorbed by this solution readily by feeding it through an
alundum diffuser. The reduced copper in the slver is findy divided,
and mogt of it is found on or near the outsde of the cakes, as it tends
to travel to the iron; this condition makes its solution both rapid and
complete. That is fortunate, as the process is very sendtive owing to
action on the slver, tending to form chloride again. Silver is insoluble
in this solution, but both ferric and cupric chlorides react with findy
divided slver, producing a surface layer of chloride. Therefore, the
amount of ferric solution used must not be too grest, and the contact
not too long. A day is enough to dissolve the copper.

Due to the reaction with slver, most of the copper is in this solution
as cuprous chloride and not the cupric st as in leaching copper ores.
This necessitates a wash with acid before water, or the dilution would
cause the precipitation of cuprous chloride. The washing is done by
placing the slver in shdlow canvas bags in the upper part of acidproof
stoneware suction filters, which are used as gravity filters because the
charges leach fredy. After washing severd times with acid of incress
ing dilution, the last of the acid is washed out with water and the
slver removed and partly air-dried. It is mdted with a borax dag; if
there seems to be an apprecidble amount of chloride present, it may be
reduced by adding some soda ash to the borax. If much chloride appears
ater melting, the bars are not poured, but the metd is dlowed to
lidify in the crucible. The dag and chloride are removed and the
slver remdted and poured. Silver has been produced by this method
that is 999 to 9991/2fine, the impurity being largely iron.
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Protection for Workmen

Some observations on the operations may not be amiss at this point.
Shallower furnaces could be used for the parting operation, but the
effect would be to increase the fumes in the furnace room. With the
depth used and a good flue draft, the fumes are slight and the operators
uffer no discomfort from them. There is an exhaust fan in the wall
above the furnaces, producing a distinct draft away from the men. The
operators wear asbestos aprons, deeves, and mittens, as well as dark
furnace spectacles. When pouring, they also wear asbestos leggings to
guard against burns in case of spills.

The tile tower with water spray removes most of the free chlorine
that escapes into the flue; also some silver chloride is recovered by filtering
the water.

® O % %

THE RARITAN COPPER WORKS

This large plant, at Perth Amboy, New Jersey, is engaged pri-
marily in the large-scale refining of copper. In Chapter XXI we
showed how impurities in the crude copper accumulate as dimes or
dudge during the corrosion of the copper anodes. These dimes con-
tain not only the precious metals, but aso many other materials,
and a complete by-products refinery such as this one will market sx
or eight metals gold, slver, platinum, palladium, selenium, tel-
lurium, and in some cases arsenic, antimony and nickel, as trade
conditions dictate.

In a paper entitted RECOVERY OF PRECIOUS AND SEC-
ONDARY METALS FROM ELECTROLYTIC COPPER RE-
FINING, appearing in the Transactions of the American Institute
of Mining and Metalurgical Engineers, vol. 106, pages 427 to 440
(1934), M. A. Mosher describes the equipment and procedures
employed. The following paragraphs are adapted from his paper.

The raw dudge that collects during the electrolytic corrosion of
the copper anodes is washed, roasted, leached in sulphuric acid,
washed again, and furnace-refined with fluxes to remove as much
as possible of the base metals including arsenic, antimony, selenium,
tellurium, and others. (These processes are described in detail in
Mr. Mosher's paper, but are only summarized here because they are
not of immediate interest to the worker in precious metals.)

The meta that remains dfter these trestments it is cdled dore, or
dore slver averages 980 parts dlver, 15 parts gold, and the rest pléti
num group metas and others. This slver-gold dloy is then ladled out
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into water-cooled doubleface, reversible molds to produce anodes for
the subsequent dectrolytic refining. Two types of anode are cadt, one
19 1/4 by 211/2by 12inchforthe Thum eectrolytic process, and the other
6 Y4 by 9 by 12 in., with asmdl lug a one end, for the Moebius process.

Electrolytic Parting and Refining of Slver and Gold

The gandard processes employed for the dectrolyss of slver-gold
anodes do not lend themsdves to the dimination of any appreciable
amount of base-metd impurities, Snce the latter may be rendered soluble
as the anode corrodes and then be plated or cemented out at the cathode
with the dlver. The anode metd is brought to the highest possble
purity therefore in the dore furnace, 995 + parts of slver plus gold, and
the dectrolytic treatment becomes smply a parting process to separate
the dlver from the gold and any other precious metas the anode may
contain. Two types of dectrolytic equipment are commonly employed,
the Thum or horizontal process, and the Moebius or vertica process,
eech having its advantages and disadvantages, which will be discussed
ater.

In the Thum process the anode is placed within a wooden frame lined
with mudin and covered with a dosefitting canvas sack. This frame
in turn is placed in a heavier frame which, resting on the ddes of the
eectralytic cdl, is partly immersed in the eectrolyte and equipped with
dats across the bottom to support the weight of the anode. This anode
frame assembly covers about one-hdf the solution area of the cell, leav-
ing the other hdf open. The cdls themsdves, measuring 48 by 24
by 7 in., are agphdt-lined concrete tanks. The bottoms of these tanks,
which must save as cathode surfaces, are lined with dabs of graphite
and carbon 12 in. thick. The current enters the cdl through a dlver
contact piece which rests on the submerged anode in the tray, and is
conducted from the cdl through another dlver contact which rests on
the graphite dabs underneath the solution at the open end of the cell.
The dlver corroded from the anode passes through the mudin and
canvas diaphragms, deposts on the carbon-dab bottom underneath the
tray, and is scraped forward periodically by hand to the open end of
the tank to make way for continued deposition. The accumulated
deposit is removed from the open end of the tank to a filter-bottom
wash car once eech hift. As the anode corrodes away, another is
placed on top of it so that each anode in turn is completely eectrolyzed,
leaving no scrap to be remelted.

The anode current dendity is 50 amp. per sg. ft. with a maximum
current per odl of 150 amp. a 3 to 3 1/2vdlts, the cdls being arranged
in sies in sections of 21 tanks. The dectrolyte is a neutra dlver-
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copper nitrate solution analyzing 60 grams per liter slver and 40 grams

per liter copper.
In the Moebius or vertical dectrolytic parting process the same olu-
tion and current density are employed, but the anodes and cathodes are
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suspended verticdly in a cdl measuring 24 by 29 by 22 in.  The anodes,
9 by 61/4by 112 in. with a lug for hanging, are suspended in rows of
three in canvas bags, the anode bar across the tank carrying the sack
and its frame as wel as the hangers supporting the anodes themselves.
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Cathode shedts of chromium iron 12 by 20 by 1/16 in. are suspended
from the busbars at the Sdes of the tank. The cathode surfaces arc con-
tinually scraped free of the cysd dSlver deposit by wooden blades
attached to an oscillating rack which rests on the framework over the
tanks and is mechanicaly operated. The crysd slver scraped from the
cathode sheets fdls through the solution into a wooden tray, which is
suspended from the dectrode assembly frame over the tanks. As the
anodes corrode away new ones are hung in their places and the scrap
lugs, which otherwise would have to be remdted, are placed in the
Thum anode trays for complete corrosion.

Each tank contains five anode groups and sx cathode sheets, con
nected in parallel. The cdls are connected in series in sections of gx
with a maximum current dendity of 450 amp. at 2. 1/2 to 3 valts.

After a ful producing day the entire operating equipment of a sec
tion is mechanicdly raised as a unit to a podtion 1 ft. above the cdls.
The trays, which have hinged bottoms, are then emptied of the accumu
lated crysd Slver depost into filter-bottom wash cars.

The advantages of the Thum process are: (1) Mechanicd and cur
rent conductor smplicity, which make for low cogt of ingtalation and
maintenance; (2) complete corrosion of the anodes, which may be of
any sze, shape, or weight within the capacity of the anode tray; (3) no
necessity for shutdown while the crysd dSlver production is being
removed.

The disadvantages are: (1) Corrodon from but one face of the anode,
resulting in low production per unit of floor space and volume of dec
trolyte; (2) dependence on and cos of hand labor for scraping the
deposit from the cathode; (3) lack of regular stirring or circulaion of
eectrolyte in the cdll.

For the Moebius process the advantages are: (1) Low labor cogt due
to mechanical scraping of the deposit from the cathode, with the added
benefits of regular stirring of the eectrolyte, a more uniform depost,
and a current efidency of 98 percent, which is 5 to 10 percent higher
than that obtained in the Thum process; (2) dose spacing of eectrodes,
together with corroson of both faces of the anodes, resulting in high
production per unit of floor gpace and volume of dectrolyte; (3) no
necessity for mudin diaphragms, because the anode does not rest on the
accumulated gold mud.

Its disadvantages are: (1) Mechanicd and current conductor com
plexity, resulting in a high ingtalation and maintenance cost; (2) com
plete shutdown necessary for the remova of the crystd slver production.

In both the Thum and Moebius processes the gold accumulates
around the anodes in the sacks as a black dime or mud contaminated
with particles of dlver and basc copper sdts. This mud is removed
from the Thum trays dfter every three days of operation by taking out



278 REFINING PRECIOUS METAL WASTES

about 45 min. being required for the cagting of the usua 25,000-0z. lot
in 1000-0z. bars. The fineness of the dlver is adjusted to 999, the
gstandard for the fine dlver market, by adding to the melt, just before
pouring, a few ounces of pure copper.

Electrolytic Refining of Gold (Wohlwill Process)

The gold sand is melted in No. 25 graphite crucibles in a cylindrica
oil-fired crucible furnace, the Quigley-type burner consuming about
8 gal. of light fud oil per hour. The metd is cagt into vertical dosd
molds to produce gold anodes averaging 980 fineness and 140 troy
ounces in weight, the dimensions being 9 by 5 by % in. The dectrolyss
of these anodes is accomplished by the Wohlwill process, in which from
dx to eight of them are suspended in pairs from dlver anode bars in
the eectrolyte in a smdl stoneware dectrolytic cdl measuring 20 by 12
by 12 in. Cathode starting sheets of fine gold rolled to a thickness of
0003 in. and having an immersed area 12 by 2 in., are sugpended in
rows of four from dlver cathode rods spaced between the anode bars.
A current of 450 amp. is put through the cdl, giving a voltage of 1 12
volts and an anode current dengity of 125 amp. per square foat with
dx anodes. The dectrolyte is a gold chloride solution containing from
80 to 100 grams per liter of gold and 10 percent free hydrochloric acid.
Heat to maintain the minimum operating temperature of 140° F. is
obtained by means of a seam cail placed around the stoneware cdl and
enclosad by a lead-lined wooden box, sand being packed between the
leed and the stoneware cdl to give even digtribution of the heat from
the coil. Circulation of the dectrolyte during opertion is maintained
by means of a Pohle air-lift. The anodes are corroded to 5 percent
scrgp in from 16 to 18 hr., the pure gold plating out on the cathode
dheets in a rough, somewhat nodularized, crystdline depost which
adheres firmly.

The cathodes are removed from the cedll, thoroughly washed, dried
and mdted down in a cdean crucible from which the gold is cagt into an
open mold to produce a bar weighing from 700 to 800 oz. and assaying
999.7 + parts per thousand. The anode scrap is washed, dried and
remeted with the next batch of gold sand.

Siver, the chigf impurity in the gold anodes, forms dlver chloride
during the dectrolyss and fdls to the bottom of the cdl as a dime
together with varying amounts of gold. This dime is removed periodi-
cdly, leached with agua regia for the remova of gold and the produc-
tion thereby of gold chloride solution to be used in replenishing the
eectrolyte, the gold content of which is gradually depleted during
dectrolyss. The dlver chloride remaining after this leach is returned
to the dore furnace.
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Strong wash waters are used to take up dectrolyte evaporation, while
dilute waters are st to the cementing tank. Auxiliary equipment
used in this process conssts of two dectric drying ovens and power-
driven 6-in. rolls for the rolling down of a smdl bar of fine gold into
cahode sarting shegts when needed.

Fine dlver bars are firg weighed on a soringless scde and findly
weighed with careful checking over a bullion balance of 3000-0z. capacity
and 0.0050z. sengtivity. Fine gold is weighed in the same caeful
manner.

Platinum and Palladium Recovery

Any platinum and paladium present in the origind raw dime is
findly concentrated in the gold anodes and during their eectrolyss goes
into solution in the dectrolyte, the platinum and palladium content of
which can be permitted to go as high as 60 grams per liter. The dec-
trolyte is then removed, oxidized with nitric acid, and the combined
sdts of platinum and palladium precipitated by the addition of ammo-
nium chloride. Separation and eventua refining of the platinum and
paladium are carried out by the usua chemicd methods, both metals
being produced in the sponge form and of 99.5 + percent purity.

Summary of Major Equipment and Plant Capacities

The dime plant, with 10 dimeleaching tanks, can handle 120 dry
tons of raw dime per month and turn out from 60 to 90 dry tons of
treated dime per month, depending on the percentage of slver it
contains.

The furnace plant, with two of the three furnaces for the refining of
dime to dore in continuous operation, can refine 150 dry tons of treated
dime per month, there being ample cgpacity to handle, in addition to
the output of the Raritan dime plant, any treated dime or crude dore
bullion received from other plants of the Anaconda Copper Mining
Co. The cgpacity production of two furnaces working on dime varies,
according to the slver content of the dime, from 1,250,000 to 2,000,000
oz. of dore anodes per month.

The capacity of the parting plant, with the three 6-cdl Moebius
sections and sx 21-cdl Thum sections in operation, is 2,250,000 oz. of
cysd slver per month. The melting of this amount and the casting
into fine slver bars can be taken care of with one of the two retort
melting furnaces in continuous operation.

Fecilities for refining gold mud are ample to handle an amount
containing 35000 oz. of gold per month. The Wohlwill eectrolytic
plant with one of its two cdls in operation will produce 25,000 oz. per
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month, so that its capacity is greater than that required to refine the gold
resulting from ful operation of the parting plant on dore running as
high as 15 parts per thousand gold. Platinum and paladium refining
fediliies are adequate for the production of 200 oz. per month of the
two metals. The sdenium plant is cagpable of a production of 3000 |b.
of powdered sdenium per month and the tellurium plant can turn out
1500 |b. of metalic tellurium per month.

L I B

THE UNITED STATES ASSAY OFFICE

The Assay Office in downtown New York has aways attracted
public interest. For many years it was situated on Wall Street, next
to the historic Sub-Treasury Building, and across the street from
the Stock Exchange and the dffice of J. P. Morgan & Co. The spec-
tacle of a firg class refinery, with its furnaces, flues, acid fumes,
and so on, operated in conjunction with the storage of millions of
dollars in bullion, surrounded by skyscrapers, was bound to capture
the imagination. In 1933 the new and much larger Assay Office and
refinery was opened at Old Slip and the East River, but the Wall
Street building, ill scarred with the marks of the unsolved Wall
Street explosion, is retained for dffice and storage purposes.

With few exceptions, the procedures used are familiar ones.
Electrolytic methods are used for refining both the gold and the
dlver. The materials that are received by the Assay COffice are of
many kinds, some being aready of high quality. The regulations
under which the Assay Offices purchase gold and silver are subject
to change, and the reader is advised to obtain copies of the current
rules from time to time. (See Chapter C of the Appendix.) Each
deposit is melted down as received, a "dip" sample of the molten
metal is granulated in water, and the resulting shot metal is used for
an assay. Material running less than 900 fine in gold is handled in
the dlver refinery; if more than 900 fine it is a gold proposition.

Metal for the dlver refinery is cast into anodes and refined much
as in the Raritan plant, a modified Moebius or vertica cel arrange-
ment being used. In making up the anodes, care must be taken
to get the right proportions of silver, gold and other metals. This
is done by sorting and combining the various lots, and by adding
extra dlver when necessary. Gold may run from 200 to 400 parts,
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dlver congtitutes the remainder. Small amounts of the platinum
metals are frequently present.

The electrolyte contains about 3 percent slver nitrate and 2 per-
cent free nitric acid, and is kept in gentle circulation by an air
pump. Muslin bags surround the anodes and catch the powder of
gold and platinum that remains as the silver is dissolved away.

The cathode sSlver obtained in this process, when washed and
melted, runs about 999.5. The electrolyte, as it becomes foul, is
syphoned off and the dissolved slver is cemented out on copper
plates. This cement slver is melted in with new incoming material,
as necessary, in order to build it up to the desired silver content of
500 to 600 parts, to make new anodes of proper analysis.

The gold that is left in the anode bags is next washed and melted
down with other high quality gold to form the anodes for the Wohl-
will process, which is carried on in much the same manner as in the
Raritan plant. The eectrolyte contains 30 to 60 grams of gold
chloride per liter, with about 10 percent free hydrochloric acid.

The dlver content of the gold anodes must not exceed 5 percent,
or the slver chloride coating that forms will soon interfere with the
electrolysis.  This coating, which formerly was scraped df by hand,
is now loosened by the scheme, mentioned in Chapter X X1, in which
an alternating current is superposed on the direct current. The
gold that deposits out on the cathode, when washed and melted
down, normally runs 999.8 fine, and frequently 999.9.

Whatever platinum metals were present are now accumulated in
the electrolyte used in the Wohlwill cells.  Ammonium chloride is
added, and platinum precipitates as the familiar orange powder. The
next procedure is one that has not previously been described in this
volume: an electric current is now passed through the solution to
plate out the remaining gold (in somewhat impure form) on a
smal cathode, and at the same time to oxidize the dissolved pal-
ladium, changing it over into such form as to precipitate the red
palladium-ammonium-chloride sdt that we encountered in Chap-
ters X111 and X1V. The électric current here accomplishes the same
effect that we produced with sodium chlorate.

Since the Assay Office is not authorized by Congress to buy
platinum metals, but merely accepts them when offered, the recovery
of these metals represents almost clear profit.
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The floor sweeps and other low grade wastes are burned, crushed,
sieved, sampled, and sold, as described in Chapter XVIII of this
book.

The rinse solutions from the various operations contain much
copper and some precious metal, both in solution and as findy
divided particles. These liquids are collected in settling tanks and
al the heavy metals are cemented out with scrap iron. Most of
this cement metal is sold to a copper refiner after assay.

Both ail and gas furnaces are used at the Assay Office and a
Cottrell precipitator captures the fumes and dust.

* 5 & @

In the Report of the Director of the Mint for 1912, Treasury Docu-
ment No. 2671, published in 1913, there is a full description of the
procedures and equipment in use at that time. In the magazine
The Brass World for September, 1913, an illustrated article based on
the Director's Report will be found. Elry J. Wagor, in charge of
the refinery at the Denver Mint, in his chapter on gold in Vol. 2 of
Liddell's NON-FERROUS METALLURGY, gives added details
and brings the story up to 1926. During the years since then there
have been improvements in detail, and much equipment has been
added, but there have been no radical changes in the general outline
of procedure.

* * #* *

THE PLANT AT ACTON, ENGLAND

In Chapter XXI we remarked that gold and platinum metas are
obtained as by-products in the refining of nickel. The nickel and
copper deposits of the Sudbury, Ontario, region contain considerable
platinum group metals. These ores are refined by electrolysis, and
also by the Mond nickel carbonyl process, in both of which methods
the precious metals accumulate as crude concentrates.

The following paragraphs are adapted or quoted from a paper
entitted REFINING METALS OF THE PLATINUM GROUP,
a description of the process at the Acton (England) refinery of the
Mond Nickel Company, Ltd. This paper, by C. Johnson and R. H.
Atkinson, was read before the British Institution of Chemica En-
gineers on May 19, 1937, and an abstract of it appeared in the
Industrial Chemist (London), pages 223 to 233, issue of June, 1937.
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The Acton refinery receives residues from the Clydach nickd refinery,
which operates the nickel carbonyl process, besides concentrates from the
eectralytic nicke refinery and a smaler amount of concentrates from
the dectrolytic copper refinery which treats the company's blister copper.

The residues from the Clydach refinery require further concentra-
tion before the platinum can be extracted economicaly with agua regia.
For this purpose they are smdted with litharge, fluxes, and charcod

i

Chemical stoneware vesdls are available in large sizes.

in andl tilting furnaces, with basic linings, to collect the precious
metas and at the same time to dag df dlica and base metals.

The principa reection during smelting is the reduction of lead oxide
to metdlic lead which acts as a collector of the precious metals. An-
other important reaction is between lead sulphate, which forms approxi-
mately 50 percent of the Clydach residue, and soda ash according to
the following equation:—

PbSO, + Na,cO3; = PbCO3 + NaysO..

The lead carbonate immediately decomposes into lead oxide and
cabon dioxide. The sodium sulphate separates in the moulds as a top
dag, which is removed and leached.

Subsequent cupellation of the ingots in smilar furnaces removes the
excess of lead as litharge, which is used again in further smeting
charges, and yields a precious metad dloy rich in dlver, about four
times richer than the Clydach residue.
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If leed dloys are cupdled to a finish, that is, until litharge ceases to
form, there is a probability of producing a cupelled metal which is not
reedily attacked in the course of the subsequent refining operations,
hence the reason for partial cupdlation.

This dloy is trested with boiling concentrated sulphuric acid, which
removes mog of the dlver and about onethird of the palladium as
sulphates. The residue contains the platinum, gold, and the rest of the
paladium in a form particularly suitable for extraction with aqua regia,
which is the next operation. From the solution of chlorides thus
obtained, the gold is precipitated as brown gold by means of ferrous
sulphate, and then the platinum as ammonium chloroplatinate by the
addition of ammonium chloride, and lagtly, the palladium is precipitated
as paladosammine chloride. The only one of these operations which
cdls for gpecid comment is the precipitation of palladosammine chlo
ride. The paladium present as chloride is converted into soluble tetram
mino-paladous chloride by the addition of excess ammonia solution
according to the equation:—

PdC|2 + 4NH3 = [Pd(NH3)4] C|2-

When excess of hydrochloric acid is added, the sparingly soluble yd
low compound known as palladosammine chloride is precipitated ac
cording to the eguation:—

[Pd(NH3)4]C|2 + 2HCI = [Pd(NHg)zclz] + 2NH4CL

The impure platinum st is converted into meta by ignition, dis
slved in agua regia and reprecipitated as pure ammonium chloro
platinate, which, on ignition, yields pure platinum sponge. The im
pure paladosammine chloride is purified by dissolving in ammonia
and reprecipitating with hydrochloric acid; the pure sdt is converted into
sponge by ignition.

The dlver and the gold are purified dectrolytically, by the Moebius
and Wohlwill processes, respectively, specid attention being given to
the recovery of smdl amounts of platinum metals. All liquors resulting
from the processes are treated with zinc, or iron, and acid to recover
traces of the precious metals. In practice, it is found to be more eco
nomica to smdt the find ihsolubles and reduction residues than to
attempt to recover rhodium, ruthenium and iridium from them by wet
processes.

The lead ingots obtained by smelting are cupdled to remove excess
leed and the resulting precious meta dloy is parted with nitric acid.
The solution is treated in order to recover precious metds, especidly
paladium, platinum, and dlver which dissolve during the operation.
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Mog of the rhodium, ruthenium and iridium present initially in the
leed dloy are concentrated in the insoluble form from which they can be
extracted and refined by chemical processes.

Rhodium is extracted by fuing the concentrete with sodium bisul-
phate. Subsequently the rhodium is refined by a modification of the
process described by Wichers, Gilchrist and Swanger.

The insoluble from the bisulphate fuson is given appropriate treat-
ments to remove platinum, gold and lead sulphate as a result of which
a concentrate of ruthenium and indium is obtained.

This concentrate is fused with caudtic potash and potassum nitrate
in poun iron bowls a a dull red heat to convert the ruthenium into
luble potassum ruthenate. The cekes are then dissolved in water;
after settling, the clear solution is decanted into glass flasks and treated
with chlorine.  This trestment converts the ruthenate into voldtile
ruthenium tetroxide which digtils over on raising the temperature. The
tetroxide is absorbed in dilute hydrochloric acid containing methyl
acohol. Evaporation of the contents of the absorption vessds gives an
oxychloride, RUOCI,, which is reduced to metal by igniting in hydrogen.

There gppears to be very little osmium in the precious meta concen-
trates recaived from the nickd refineries. It amounts to less than 1
percent of the ruthenium content, and on account of the dmilarity in
properties of these two metds it will be found as an impurity in the
ruthenium unless it is eliminated, which can be eesly done by heating
the ruthenium oxy-chloride to dull redness in a current of air. The
resulting osmium tetroxide is aosorbed in an dcoholic caudtic soda solu-
tion and the osmium recovered via osmyl tetrammine chloride,
[OsO2(NH3)4]Cl2, which can be ignited to metal in an amosphere
of hydrogen. The caudic fuson, besdes converting the ruthenium
into potassum ruthenate, which is soluble in water, dso converts the
iridium into an oxidized form which, dthough insoluble in water, is
sdd to be soluble in hydrochloric acid.  Actudly agua regia is used for
dissolving the indium.

The chloride solution thus obtained is evaporated, and a crude ammo-
nium chloriridate obtained by adding ammonium chloride and oxidiz-
ing with amdl amounts of nitric acid. The crude st is separated
from the accompanying ammonium chloroplatinate by fractiond crydtal-
lization; the use of a mild reducing agent fecilitates the solution of the
iridium sat. Recryddlization is continued until the desired purity is
achieved; the <t is then decomposed by hesting in a gasfired muffle
furnace. The partidly oxidized metal is reduced by heating in hydro-
gen and is then further purified.

¥ % £ &
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Refining of the richer concentrates from the nickel and copper re-
fineries which contain more than 50 percent platinum metals and very
little slver, commences with the treatment by agua regia

In precious metals refining, the order of operations depends on the
ratio in which the precious metas are present. The order described
here is followed because it has been found to be the mogt suitable for
these by-product concentrates, although it is redlized that other sequences
of operations might be more suitable for other types of material.

The average purities of the metas recovered from these concentrates
are: platinum, 99.93 percent; paladium, 99.94 percent; iridium, 99.7
percent; rhodium, 99.7 percent; ruthenium, 99.7 percent; gold, 99.97
percent; and Slver, 99.97 percent.

The high intrinsic value of the materials trested makes it imperative
to reduce working loses to a minimum and to obtain the maximum
yield as quickly and directly as possible. In practice, not more than 0.25
percent of the platinum metas contained in the concentrates is logt,
while 125 percent is temporarily retained in furnace dags returned to
the nickd refinery for retrestment. The remaining 985 percent is
produced directly as refined metal. The losses occurring in the processes
of extracting the nickel and copper are dso very smadl, and it is esti-
mated that 90 percent of the precious metals, probably excepting
osmium, contained in the ore is ultimately recovered.

Chemical Plant for Refining Platinum

The chemica engineering problems in connection with the refining of
platinum are of a specidized nature, with the result that experience
in other fidds is not dways directly applicable. Moreover, the tradition
of ssxecy in the platinum industry up to the present has prevented
refiners from pooling their experience except in a very generd way. The
date of dfdrs is in very marked contrast with what is known about
the plant and processes for the refining of siver and gold.

These remarks are not intended to apply to smelting operations,
which have received adequate treatment in text-books on metalurgy,
but rather to the wet processes for refining crude platinum and platinum
concentrates.

The very nobility of the platinum metals necesstetes the use of
poweful acids and other reagents for refining them, a circumstance
ruling out many of the standard materids for the congtruction of chemi-
cd plant; for instance, even dainless ged can rardy be used. The scde
of operations is smdl, even the refining of platinum is frequently
described as lage-scde laboratory work, and the refining of other
metals of the group is on a smdler scde ill. Mechanicd operations
are reduced to a minimum, and where machines have to be used the
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vantage that there is no risk of bumping when heavy insoluble matter
Htles to the bottom of the vessd.

On the other hand, the conditions are quite different for dissolving
mineral platinum, which is best done in gas-heated Vitreosl bottles of
70 liters capacity, using concentrated agua regia at or near the boiling
point. Evaporation of nitric acid solutions is done in smilar Vitreosl
bottles equipped with condensers.

Nitric acid treatment is carried out in gas-heated 20-liter basins made
of Vitreos!, which are ds0 used for sodium bisulphate fusons Sul-
phuric acid treatment is done in pans made of fine-grained grey cast

Vitreosl (fused quartz) retorts, for evaporating strong acids. Part of the asbestos
jacket in the foreground has been removed to show the retort.

Courtesy of The Thermal Syndicate

iron, each ot 25 liters capacity, and heated by gas. Lead-lined wood and
iron vesds are both used for liquors containing free sulphuric acid.

Wooden tanks up to 300 gal. capacity, lined with oft rubber, are
sidactory for some of the operations, for instance, reactions where
affidet free hydrochloric acid is present to make lead-lined vessds
unsuitable. Acid-ressting hose is used to convey acid liquors and to
make connections for removing fumes from reaction vessds.

Sed vesds lined with hard rubber are preferred to chemica stone-
ware vess for operations involving the use of hydrochloric acid in
which the heat of reaction causes a rapid rise of temperature.  Porcelain
plant is used for sndl-scde purification work.
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Auxiliary Plant and Services

An oil-fired boiler supplies low-pressure steam for process purposes
and for genera heating of the building.

The vacuum sysem consists of two 10 to 17-H.P. Nash Hytor
centrifugal vacuum pumps maintaining a vacuum equivaent to 10 in.
of mercury; a higher vacuum is considered inadvisable on account of
the fact that stoneware filters are used. The vacuum mains consst of
hard rubber pipes. Liquor catch pots and a vacuum scrubber protect
the vacuum pumps from corrosion.

Two Broom and Wade air compressors, with automatic control to
economise the power consumption, supply air for the acid eggs.

Drying of various intermediates and products, most of which are
dightly acid, is done in gashested drying ovens, some of which are
thermodtatically controlled. Enamelled iron, Pyrex glass and ceramic
dishes are used.

Residues, which sinter during calcining, or cake during drying, may
have to be converted into powder for subsequent operations. For this
purpose there are four &in. and one 14-in. disc pulverisers. Care is
taken to collect and recover dl dust produced during pulverising by
means of a fan and bag system.

Removal and Scrubbing of Acid Fumes

The fumes given df during reactions include sulphur dioxide,
sulphuric acid, chlorine, hydrochloric acid, oxides of nitrogen and
nitrosyl chloride. Although stoneware fans can handle mixed acid
gases such as these, it is more satisfactory to use an gector in which
the gases do not pass through the fan. In the latter sysem a fan de-
livers ajet of air a high vdocity into a specidly designed nozzle, which
has the efet of creating suffidet suction to draw the fumes away from
the reaction vessds. The acid fumes are neutrdised in chemicd stone-
ware scrubber towers by a sodium carbonate solution which is kept in
circulation by centrifugd pumps.

The plant for the therma decomposition of ammonium chloroplatinate
and pdladosammine chloride has been sdected for specid mention be-
cause it posssses some features of chemicd engineering interest.

Ammonium chloroplatinate can be converted into metalic platinum
by reducing the moist sdt with zinc dust, but the resulting platinum
is contaminated by any impurities in the zinc and requires further treat-
ment, including ignition, before it is fit for sale. Consequently it is
preferable to decompose the sdt by heat when the following reaction
occurs:

3(NH4)z2picle = apt + 161Cl + 2NHACI + 2N,.
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Although it is an easy matter to ignite a few grammes of either of these
sdts under laboratory conditions, the decomposition of 50 kg. a day
presents an engineering problem. The best solution of the problem
was not obtained at the fird attempt, but a comparativedly smple ar-
rangement of plant has now been in use for severd years, and fufils
the essentid requirements di—

(i) high purity of product;

(i) troublefree operation;

(iii) low cost of operation and maintenance;

(iv) dfidet collection, remova, and neutralisation of the fume.

The dry st is placed in Vitreosl trays which are dowly heated in
muffle furnaces fired by gas. Particular care must be taken whilst heat-
ing the materid from 310-370° C, dter which the temperature is
rased to 900° C. to complete the remova of volatile matter.

In accordance with the recommendation of Treadwell, the st is
wrapped in filter paper to reduce losses during decomposition.  Tread-
wel dso says there is a risk of the formation of volatile chlorcarbonyl
compounds due to the action of carbon monoxide on the decomposing
sdt, but losses due to this cause can be avoided by careful operation.

The fumes evolved from the decomposing sdt are drawn away
through a Cronite tube, an dloy containing nickel, chromium and iron,
into a sublimate box, where most of the sublimate settles, and thence
into a flue leading to a centra scrubbing plant where the hydrochloric
acid is neutraised.

As the fumes are particularly unpleasant, it is important that the
ammonium chloride sublimate should not be dlowed to sdtle out pre-
maturely and block the fume pipe. When decomposing palladosammine
chloride it is advisable to place a smdl gas burner under the Cronite
pipe as the fumes contain much more ammonium chloride than the
fumes from the platinum sdt:

3 Pd(NH3),Cl, = 3 Pd + 4 NH4CI + N, + 2 HC1
and there is more likely to be trouble from blockage of pipes and flues.

s Y H #

SOME OTHER LARGE PLANTS

For the sake of the serious student interested in large-scale refining,
we shal summarize the procedures in three more large plants. No
new methods will be introduced, but it will be observed that the
choice and order of procedures will be determined by the ratio of
metals that are present.
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The Coppe Cliff Plant. A paper entitted RECOVERY OF
GOLD FROM BALBACH-THUM SLIMES AT COPPER
CLIFF, ONTARIO, by Frederic Benard, appearing in Metals Tech-
nology of February, 1938, gives an excellent description of this re-
finery. The problem resembles in some ways that of the Raritan
Copper Works. Crude copper is refined electrolytically; the dudges
from the copper cdls are then refined by the Thum (or Babach-
Thum) slver method, much like that used at Raritan. The sludges
from these dlver cells, however, contain much more platinum and
palladium than those of Raritan, and the procedure changes here.

Because of this high percentage of platinum metals, acid methods
are now employed. The dimes are dissolved in agua regia, and
the gold precipitated by ferrous sdlts, in a manner quite like that
given in early chapters of this book. The dissolved platinum metals
are concentrated (as in our Stock Pot) by a metalic precipitant,
in this case scrap iron, and shipped to the plant at Acton, England,
for further treatment. The gold, which came down as the familiar
brown powder, runs about 995 fine, and is put through a re-purifica:
tion in Wohlwill cells. The paper describes the equipment and the
method of disposing of fumes, and gives a flow-sheet.

The Plant at Montreal East. This plant refines copper that con-
tains some gold and slver, but practicaly no platinum metals. In
many ways the procedure is the same as that used at Raritan,
except that there are no gold cells  only copper cells and silver cells.
The dudge obtained from the slver cells contains high quality gold

gold which after a treatment with boiling concentrated sulphuric
acid is ready to be melted down for market.

A paper entitted RECOVERY OF PRECIOUS METALS FROM
ELECTROLYTIC COPPER REFINING at the Canadian Cop-
per Refiners Plant, Montreal East, Quebec, by C. W. Clark and
A. A. Heimrod, describes the plant and its equipment in detail. It
is published in the Transactions of the Electrochemical Society,
pages 437 to 450, 1932.

The Recovery at Old Hickory Powder Plant. This particular
plant was unique, and probably will remain so. It was built hur-
riedly in 1920 for one purpose to recover the finely-divided plati-
num from the magnesia contact masses used in making sulphuric
acid, and left in the hands of the War Department after the Armi-
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gtice. It is mentioned here because the story proves how hagtily-
contrived equipment can, in an emergency, accomplish much. The
procedure is now outmoded, the funds were limited, the time short,
and the personnel insufficient. But 343241 pounds of dirty contact
mass were worked over and 8812 troy ounces of platinum were re-
covered, al within about four months. An article entitled RECOV -
ERY OF PLATINUM FROM USED CONTACT MASS AT
THE OLD HICKORY POWDER PLANT, by A. L. Kibler, in the
Journal of the American Chemical Society, vol. 14, pages 636-641,
July, 1922, describes the equipment and procedure.

The Royal Mint at Ottawa, Ontario. In a handsomely illus-
trated paper entitted REFINING $2000000 OF GOLD PER
WEEK, A. L. Entwistle, writing in Canadian Metals and Metallur-
gicd Industries (Toronto), vol. 1, January and February, 1938, de-
scribes the treatment of crude gold bullion at the Roya Canadian
Mint Refinery. When in 1914 it was found necessary to enlarge the
plant, the Miller chlorine process was installed, and is ill the main
procedure in the new building erected in 1936. Only a few small dec-
trolytic cells are occasionally used on bullion suspected of containing
platinum metals. This bullion is chlorinated to about 97 percent
gold, then treated by the Wohlwill process and the platinum metals
recovered from the electrolyte. Entwistle's paper describes the
routine of the reception of bullion, its testing and purchase, the
equipment and procedure of the Miller process, and concludes with
gatistics on the plant's efficiency.
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PART |. ALATINUM AND ITS GROUP

The gory of man's early efforts to melt platinum, culminating in
the invention of the oxy-hydrogen blowpipe, forms one of the most
dramatic chapters in the history of this metal. While much has
been written on this subject, as well as upon the chemical and
physical properties of the metal, the literature gives few details
of the actual present-day technique of melting it, specialy in small
quantities. Platinum is being melted every day, not only in the re-
fineries where it is sold, but aso in the host of smal jewelry shops
and dental laboratories where it is worked. Since this book is
written primarily for the small organization, this chapter will devote
considerable space to this subject of small melts.

FUEL AND EQUIPMENT

o C—
The melting point of platinum is so high 3191° -, o 17%°

that the furnace commonly used for melting gold is not adequate.

A blowpipe burning city gas, in combination with oxygen from a

i This section is adapted from THE MELTING OF PLATINUM, by C. M. Hoke,

The Meta Industry, pp. 433-435, November, and pp. 468-470, December, 1936.
293
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cylinder, is the device most generaly used for melting platinum.
When city gas of proper composition or pressure is lacking, hydro-
gen from a cylinder may take its place. Acetylene with oxygen
provides heat enough for the purpose, indeed more than enough;
but because of its tendency to form the brittle platinum carbide, as
well as because it may melt the crucible, the oxy-acetylene flame is
not often used in this work. The électric induction furnace is used
in some cases, as will be described shortly.

This need for a high temperature has brought about some misunder-
standing. Thus a textbook will say: "Platinum can be melted only with
difficulty,” meaning that the melting point is high. This does not mean
that the melter's task is laborious, however. On the contrary, if he has

proper equipment the task is accomplished quickly and without the
dightest hardship.

Many kinds of crucibles have been used, as we shal se later.
The most popular are those made of lime, or of a compostion re-
sembling the so-caled sand crucibles used in melting gold. No flux
is required.

The sketch shows a convenient arrangement of equipment. A

Melting a smdl quantity
of platinum.
Courtesy of
Hoke Incorporated.

one-inch gas supply pipe, with a 3/8 inch service cock, will furnish
enough gas for the average jewelry shop. The torch shown is suit-
able for melts up to 100 ounces, and smaller models are available
for the smaller shop.

Since platinum volatilizes appreciably under the oxygen flame
(possibly through simple evaporation, possibly through the forma
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tion of oxides that are gaseous a high temperatures, then decom-
pose on cooling) it is wise to use a torch that is big enough to ac-
complish the melting quickly and without undue "soaking."

MELTING SMALL LOTS OF PLATINUM SCRAP

In ajewelry shop that makes platinum jewelry, clean scrap may
be melted five or six times a day. We shdl first describe the melting
of a smdl quantity, 100 pennyweight or less. A medt of this size
is usualy made in a sand or cay crucible wide at the base and low
on one side, as shown in the sketch. Usuadly this crucible is st
inside another larger crucible, or perhaps in a cavity carved out of
a dlica insulating brick, to conserve heat and protect the table
beneath.

The sheet-iron screen serves merely to prevent the scattering of
small bits of precious metal. A canopy of the type used in anneal-
ing is not suited to this purpose as it throws the heat back into the
operator's face. Asbestos board protects the table.

The rest of the equipment is shown in the sketch tongs, hammer,
anvil, dark spectacles, the torch with its hose, and the oxygen cylinder
with its regulator and gauges. Since the melting of clean platinum
produces no unpleasant fumes no flue is needed, and the entire outfit
is portable.

The beginner is advised to learn how to melt scrap or clippings
before attempting to melt filings.

The clippings are stacked up against the high side of the crucible.
First the worker acquaints himsdlf with the torch, turning on the gas
and lighting it, then dowly admitting oxygen until a clear blue flame,
with a noticeable roar, is obtained. If the crucible is new, he an-
neds it lightly by passing a flame over it to drive out moisture. The
flane is then turned directly upon the metal, and if the flame is
right, the edges of the metal will melt and run within a few seconds.

A dightly oxidizing flame is used; with too little oxygen the flame
is yellow and sooty, not hot enough to melt platinum but capable of
embrittling it through the formation of a carbide. If too much
oxygen is used, the flame is apt to blow out, is too cool to melt plati-
num, and is also capable of embrittling it through causing adsorp-
tion of oxygen.

A few minutes practice is usualy enough to enable even the be-
ginner to get a satisfactory flame. The metal soon flows down and
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runs into a globule. The torch should be held at an angle not
straight up-and-down playing upon the bottom of the crucible, and
danted so that the products of combustion are not reflected directly
back upon the torch nozzle. Nor should the torch be held too close
to the molten metal, otherwise the nozzle may melt.

Angle a which torch should be held.

Within a very fev minutes 100 pennyweight of platinum will be
molten; three or four minutes is about average time with the torch
shown. If the metal does not melt promptly, it is because the flame
is not right; perhaps the gas volume is inadequate; or the oxygen
volume is too high or too low.

The next task is to mix the metal thoroughly by moving the flame
around over it so as to revolve the molten metal; in that way any
unmelted lumps will be liquefied. The metal should run around in
the crucible like a little pool of mercury.

The worker next removes the flame and shifts his dark spectacles
tip onto his forehead. Then, with a wet tongs, he pushes the button
(which by this time has solidified) out of the crucible, and places it
bottom upward on a piece of clean refractory. The button will be
rough, from its contact with the crucible, and will need smoothing.
The worker promptly replaces his spectacles and turns the flame on
this rough surface for a few seconds, long enough for it to run
smooth, while any beads of sand from the crucible will dip to the
edge. This process, usudly caled "sweating" or "flushing,” should
aways be carried out on a highly refractory surface such as a lump
of lime, or the bottom of an inverted sand crucible.

WORKING AND ANNEALING

While the button is still white hot, it should be hammered hard on
the anvil and shaped into a sguare block or bar. This hammering
does more than shape the metal, however; it proves its quality, for if
impure it will split under the hammer. Also, it makes the metal
dense and hard, so that it keeps its polish when made up into an
article of commerce. During this treatment the surface of the
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platinum may take up a thin film of iron, which should be removed
by a hydrochloric acid dip.

The hammering sometimes leaves grooves in the metal which are
too deep to be obliterated by the rolls; these may be easly removed
by sweating. Sometimes the hot metal is placed under a drop-
hammer in a die; this gives a dense and firm texture with little effort
on the part of the workman.

Hammering a block of hot platinum.

Finaly the block is cooled, then rolled, drawn or spun, during
which treatment it hardens and will require occasional annealing.
This is usually accomplished by passing a hot oxy-gas flame over it,
or it may be heated in a gas muffle that is open to the air. Anneal-
ing with a smoky flame, or in a reducing atmosphere, is not advised
as it might form carbides. Iridio-platinum requires a somewhat
higher annealing temperature than soft platinum,

(For further details on the working and annealing of this group, the
reader is referred to the books and papers mentioned in Chapter E, especi-
dly the following: PROPERTIES OF THE PLATINUM METALS,
by Wise and Eash; FABRICATION OF THE PLATINUM METALS,
by C. S. Svil; and METALS OF THE PLATINUM GROUP, by
Atkinson and Raper. Sivil's paper dso gives a particularly interesting
account of the early methods of melting, and Wise and Eash recommend
ontimum annediincr remneratures of the various dloys)
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MELTING PLATINUM FILINGS

It takes longer to melt 100 pennyweight of filings than 100 penny
weight of clippings. For one thing, a gentler flame must be used or
the small filings will be blown about. In addition, the many facets
reflect the heat and make the process dower. Aside from these de
tails, it is no more difficult to melt clean filings than clippings.

Dirty filings are another story. This brings up one more difference
between platinum and gold: gold is readily freed from many im
purities by a smple melting, but it is not easy to refine platinum in
the same way. Under the flame, the platinum tends to combine
with the impurities to form brittle compounds, such as the carbide.
It is much easier to remove the impurities before melting the filings,
and if this cleaning is properly done, the melting is easy.

As in the case of scrap, the filings are piled up against the high
dde of a sand crucible. Most workers prefer to handle 50 penny
weight or less a a time. When they have more than that on hand,
they first make severd small buttons, then melt them together into
one large button.

A gentle flame is turned on at first, with enough oxygen to give
the proper temperature, but without blowing or noise. This is
directed at the bottom of the stack of filings, and dowly brought
toward them. Soon the outer layer of filings will melt and run
together. With that the flame is brought closer, and its pressure
increased gradually, while the worker takes care to keep the bottom
of the stack hot.

From here on the method is practically the same as for clippings.
The metal runs down into the bottom of the crucible, the flame is
moved around over it to make sure that all parts are molten. Finaly
the button is lifted out and sweated as before, and hammered while
hot.

This is another ingtance where platinum differs from gold; gold is
not hammered when hot, but platinum is better the hotter it is when
hammered. When a crucible of molten gold cracks, the result is often
disastrous; the gold seams to find the smalest crack and go through it
immediately. But molten platinum acts quite differently; its surface
tendon is so high that the metd rounds up like a drop of mercury,
and will remain on top of even a Szable aperture. This high surface
tendon is a characterigic of dean metal; when impurities are present
the drop will flatten as it coals.



MELTING THE PRECIOUS METALS 299

A mdt of 100 pennyweight of clean filings should not take more
than ten minutes. A skilled worker will accomplish it in much
less time.

DEFECTIVE PLATINUM

Slovenly refining is the most frequent cause of defective metal.
Incomplete refining may leave gold, silver chloride, copper, organic
dirt and possibly other things in the filings. Gold shows itsdf
by a bronze or purple stain on the crucible; silver chloride leaves a
gray or black stain and gives a characteristic smell; copper colors
the flame green during the melting operation. Organic dirt shows
itsdf in a smoke that rises from the metal during and after melting,
and the surface of the button may be dark or rough. Sometimes the
button will flaten as it cools, instead of solidifying in a smooth
globule.

A button that smokes or has a bad surface should be hammered
with care, as it may be extremely brittle. Some workers try to
"save" such a button by remelting it and letting the flame play on
it for severa seconds in the hope that the dirt will burn out. Such
a procedure is rarely successful, and there is dways a detectable loss
of platinum. It is much easier and more economical to clean the
filings thoroughly before melting them.

A second cause for defective platinum is improper melting.
Sometimes platinum that has been properly refined will yield a but-
ton which when hammered will prove to be brittle, or pitted, or
"double." All of these faults are caused by improper melting. They
are eadly corrected in one remelting, and should not occur after
the operator has acquired a little experience.

Thus the beginner may find that his platinum bars will split under
the rolls in a way that suggests aligator's jaws, or his platinum sheet
will crack at the edges. When this happens, and the color of the
crucible indicates that the platinum contained no metallic impurity,
the chances are that an improper flame was used. Perhaps there
was not enough oxygen in the flame; this may give a warty button
of a dark color. Or perhaps there was too much oxygen, which was
absorbed while the platinum was molten and did not have an op-
portunity to escape as it cooled; this gives a rough white button,
which under close examination will be found to contain minute
bubbles or pores.

Pits in the surface of an otherwise good button may appear when
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the meta is not properly sweated, being caused by beads of sand
from the crucible.

"Double” platinum is caused thus: part of the metal melts and
runs down into the bottom of the crucible, where it cools; later
more metal melts and runs down over it, and the two layers do not
flow together. Subsequently, when the button is rolled, a blister
will show where the two layers faled to join. If a worker suspects
doubles he will anneal the metal after rolling, as this makes the
doubles more conspicuous. The way to avoid this is simply to keep
the bottom of the crucible hot al the time, and to be sure that the
metal is truly molten before it is allowed to cool.

The remedy for al these imperfections brittleness, warts, pits,
and doubles is smply a remelting.

PLATI NUM SPONGE AND BLACK

Platinum that has been through the acid refining is usualy re-
covered as sponge, sometimes as black. The refiner does well, when
burning the orange powder, to heat it until the sponge has contracted
into a sort of clinker, so that it will not blow about under the flame.
Some workers compress it firmly in a mold. Clean sponge is a
pleasure to melt, and is handled the same as clean coarse filings.
The black, however, being much more finely divided, must be
handled with caution, a smal and very gentle flame being applied
at first, until the powder on the surface has run together.

LARGE MELTS

When large melts 40 ounces or more are made, lime crucibles
are preferred. These will be described later in detail. Lime holds
the heat excelently, nor does its surface soften to permit the metal
to gnk into it. Sometimes two torches are used at once. Usually
the metal is fed in a little at a time from ladles previoudly filled and
st close a hand. With large melts it is impossible to ir the
metal with the force of the flame; some other method of mixing
must be devised. Sometimes a carbon rod is used; sometimes the
crucible is st into a support with a long handle and semi-spherical
base; as the metal melts the worker tips and tilts this support on its
rounded base, effecting proper mixing.

When small amounts of metal are melted, the button cools so
quickly that it is practicaly impossible to pour it into a mold.



MELTING THE PRECIOUS METALS 301

Larger melts retain enough heat to permit pouring if desired, and
usually they are cagt into blocks, the forms being made of hard
carbon sometimes lined with thin platinum foil.

Pouring molten platinum.

MAKING UP PLATINUM ALLOYS

The Indio-platinum alloys are usualy made by mixing platinum
sponge and iridium sponge in proper proportion, and then melting.
The combination has a higher melting point than that of pure
platinum, but the technique presents nothing new.

Within the last few years many other platinum aloys have been
studied, of which the most interesting are those used in dentistry.
These are sometimes quite complex, containing gold as the maor
congtituent, with silver, copper, platinum, palladium perhaps, and
sometimes other metals, in varying proportion. When the propor-
tion of platinum is low, these are prepared in the gold-melting
furnace, the low-melting ingredients being melted together firgt, and
platinum, usually in small pieces, being added toward the last. Or,
gold and platinum may be melted together with the oxy-gas flame,
the same as platinum alone, and this dloy is then melted in a gold-
melting furnace with the other ingredients.
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However, as the requirements of the dental professon have
become more exacting, greater uniformity has been demanded in
the manufacture of alloys. The dectric furnace of the high-
frequency induction type has proven very satisfactory for this work.

THE ELECTRIC FURNACE

Ever dnce the Ajax Northrup induction furnace was firs de-
veloped, in about 1916, its application to the precious meta field
was inevitable. Its cleanliness, convenience, freedom from fumes,

:

A

Ajax Northrup High Freguency Induction Furnace. The converter is in the lef
background, the fumace proper in the foreground.

and the startlingly high temperatures it produced, have led man)
workers to experiment with it. Its first application in this field
was in the melting of silver, where it has been notably successful
and it is now being used aso in melting the ordinary gold aloys, as
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well as the specid dental aloys. It has been extremely useful in
basic research on the platinum alloys.

The outfit conssts of two main parts, the converter which changes
currents of commercial frequency into the high-frequency current,
and the furnace proper. The latter is essentidly a metal coil through
which the high-frequency current oscillates. When a crucible con-
taining metal is placed inside this coil, the electric eddy currents
induced in the metal quickly raise its temperature to the melting
point or beyond. Theoretically there is no limit to which this
temperature can be raised; the practical limits are determined by the
refractory that contains the melt, and the wishes of the operator.

A very small
Ajax Northrup fur
nace. A type used
in research work on

The furnace proper, or coil, may be smal enough to be lifted
bodily for pouring. Another convenience of the induction furnace
is that it automatically girs the melt the eddy currents within it
cause active turbulence in all parts of the metal. This is especialy
desirable in making up complex dental dloys with their many
congtituents. It is calculated that one plant alone has aready melted
up more than $10,000000 worth of gold and platinum-gold aloys
in a furnace of this type.

A find advantage of the induction furnace is that the atmosphere
surrounding the melt can be controlled perfectly. Air can be ad-
mitted or excluded; hydrogen, nitrogen, or other gas can be substi-
tuted; or the whole operation can be carried on in a vacuum. These
possibilities have been exploited by the research metalurgist as
well as by the conscientious manufacturer.
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Up to the present, however, the electric furnace has not sup-
planted the oxygen torch for the routine melting of the smple

platinum and iridio-platinum alloys, either in large or smal lots.
v |

TONAY BILOCHL
T [

AsEEETd

1
CONNLETING

o aLacrest
ATOML
we

24

L l_l

Ajax-Northrup furnace for precious metals, suitable for melts of a few pennyweight
or as much as 1ooo ounces of gold.

This is due mainly to the great difference in costs, the converter
epecially representing a sSizable investment, while the oxygen
outfit is within the means of even the humblest jewelry shop.

THE OXYGEN TORCH

Dr. Robert Hare of Philadelphia, the inventor of the oxy-hydrogen
blowpipe, was the first to melt platinum in the modern manner;
that was in about 1847. In 1859 the French chemists Deville and
Debray designed an improved furnace for the purpose, consisting of
a blowpipe and lime crucible. Innumerable improvements in de-
tails have been made since then, but the same principles are being
used to-day.

The smplest oxy-hydrogen or oxy-gas blowpipe congsts of little
more than two pipes and perhaps two stop-cocks. The early ones,
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which used both gases under farly high pressure up to 220 Ib.

per square inch were apt to back-fire and burn inside the tubing,
with resulting damage to the blowpipe and possible danger to the

Méeting platinum with the oxygen-gas torch.

operator. With the advent of platinum as a fashionable jewelry
metal, in the fird and second decades of this century, many im-
provements of torch design appeared, attention being given to sifety
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and efidency. The rapid growth of the compressed oxygen in-
dustry was a big factor in the vogue of platinum. Indeed, without
cheap and available oxygen, platinum would ill be a laboratory
curiosity.

By 1912 or so, it was a common sight in the larger jewelry shops
to se the two large cylinders, one with low-pressure (200 Ib.)
oxygen, the other sometimes containing hydrogen, but much more
often simple city gas compressed to the same 200 pound pressure.
But early in that decade, Sam W. Hoke of New York City
conceived the idea of a torch that would use city gas a ordinary
house pressure less than a pound in conjunction with the in-
expensive high-pressure oxygen. This was a much more convenient
and economical arrangement. A patent was granted, and many of
the early Hoke models are ill in use.

The Hoke patent involved a mixing device close to the nozzle of
the torch, by which the gas in the outer tube was dightly rotated,
through rifling of the barrel, and the oxygen in the inner tube

@ Mouth of a modern oxygen-gas torch

was broken up into many small streams, with the result that the
two were mixed in the proper proportion, in spite of the difference
in pressures behind them. The smal cut shows the mouth of the
torch; oxygen comes through the many smal holes in the central
cap; gas through the four large outer passageways.

Other successful models utilized the old injector or Venturi
principle to attain the same end proper mixing of oxygen and fud
gas. By means of minor adjustments the torches were adapted to
natural gas or to hydrogen, as well as to city gas.

One big problem was the material for the nozzle. The heat of the
flame is auffident to met most metas promptly, especidly if the torch
be held in such a way as to let the flame play back upon it. Other
metals, such as some high temperature stedls, do not melt promptly,
but form copious scde which soon drops df into the molten platinum.
The lagt, as any platinum worker knows, may be a read calamity. The
ided materia for a nozzle is of course platinum itsdf, and some large
plants are indeed using platinum nozzles. For the ordinary shop, how-
ever, other materids had to be found, of which the bet 0 fa are
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certain nickd dloys, these do not mdlt if the flame is held at the proper
angle, and such scde as does form is dosdy adherent.

SPECTACLES

The light emitted by molten platinum is such that lenses
amost as dark as those used by the oxy-acetylene welder are re-
quired. Most workers find cobalt blue the easest on the eyes. The
temples should be designed for quick doffing and donning; com-
plicated straps or buckles are not convenient.

CRUCIBLES AND REFRACTORIES
Lime

Lime was the firg choice for a crucible material; fresh high-
burned lime. It was troublesome it quickly absorbs moisture and
becomes useless; since it is a natural product coming in irregular
lumps, the purchaser often had to pick over many pieces before
finding one of the right dimensions, free from cracks. A cup-like
cavity was carved in a square block, and the block bound in sheet-
iron and provided with a handle for tilting. A cover consisted of
a second block, carved in an arch, with two holes, one for the torch
nozzle, the other for the escape of the products of combustion. A
crucible cannot be used often, nor can it be stored, and it seemed
that the worker spent a great deal of his time carving lime. But
even with these disadvantages, lime is 4till in general use, especidly
for large melts or where specia purity is demanded. It holds heat
amazingly well. If bits of lime stick to the metal, they can be readily
soaked of in hydrochloric acid. A big factor in its popularity is its
cleansing effet on the melt, as it absorbs minor impurities after
the manner of a cupel.

To-day, in plants that habitually make large melts, instead of
carving the natural blocks, they granulate dry lime and press it into
blocks with a hydraulic press, using pressures up to 150 tons to
the square inch. These blocks are then bound in sheet-iron, in the
same manner as before. For a melt of 400 ounces 8000 pennyweight

a lime block 9 inches across and 5 inches high, outside dimensions,
properly carved, is adequate. Just before use the crucible should be
heated dowly to drive out moisture.
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Zirconia

Zirconium oxide and zirconium silicate, highly refractory ma
terials, have been shaped into crucibles for this work, especidly by
some of the larger refineries and Mints. They resist heat remark-
ably well, and a crucible can be used scores of times, day after day.
They have not the cupelling effect of lime, but in most other respects
are excdlent crucibles. Probably the one factor that stands in the
way of their general acceptance is their cost.

Sand

When platinum first came into use in jewelry, most, melts were
made in the familiar Hessian type sand or clay gold-melting cru-
cible, with one side broken down. Even to-day crucibles of this
class that get broken in transit are used for this purpose. Shortly,
however, J. Goebe of New York provided platinum-melting
models of a similar composition, with the high side and a flat
bottom. The flat bottom is important, especially when filings are
to be melted, because it permits the flame to reach and melt al the
small particles. One big fault of the broken-down gold-melting
crucible is its tapered bottom, in which particles will sink and escape
the flame.

Contamination from the Crucible

Some workers have reported that the sand or clay crucible is apt
to contaminate the melt with slicon or iron. However, for ordinary
shop and routine work, this contamination, if it occurs, is too dight
to dfect the metal's usefulness. It should be recalled that an oxidiz-
ing flame should always be used; a reducing flame one of a yellow
color can reduce sand to dlicon or lime to metallic calcium, both
of which elements are taken up by the molten platinum to its detri-
ment. No doubt some crucibles have been blamed for con-
taminations which in fact were caused by an improper flame.

Other Refractory Materials

Graphite or carbon is not a suitable crucible material, because of its
tendency to combine with platinum when hot. For the same reason,
if a carbon gtirring rod is used, it should not be left in contact with
the molten metal for any length of time, and when graphite ingot molds
are employed, they should receive little if any pre-hesting.
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Crucibles made of fussd quartz have been suggested, dso those
mede of auminum oxide (Alundum). These substances, however,
melt a so nearly the melting point of platinum that they are unsuitable.
It is true that the sand-day crucibles dso soften under the flame, but
0 dowly that the melting job is usudly finished before this softening
has done any harm.

Beryllia and thoria, on which some experimental work has been done,
are promising refractory materiads, but a present their cog discourages
generd adoption.

THE PLATINUM METALS AND OCCLUDED GASES

The fact that the platinum group metals can absorb gases, espe-
cidly when hot, has been mentioned repeatedly. It has caused
annoyance to the artisan and confusion to the student. The litera
ture contains countless references to it. The exact nature of the
process has been the subject of much discussion. One student will
speak of it as "occlusion”; another as "absorption"; another will use
the term "adsorption" to suggest that it resembles absorption but is
not quite the same.

All the metals of the group show the tendency to some extent.
Thus when platinum is heated strongly, no visible oxide is formed,
but volatilization occurs. This may be a smple boiling away, but
perhaps it may involve the formation of oxides that are volatile while
very hot, then decompose on cooling into metal and oxygen. As we
have just pointed out, if too much oxygen is present in the flame
while platinum is being melted, some of it can be entrapped as the
metal solidifies, to occason minute bubbles or blisters.

The reader will recall that osmium and ruthenium, when
heated in air, form volatile oxides. These oxides can be captured
and reduced back to metallic form without much difficulty; indeed
if osmium oxide touches the mucous membrane of the eye, it breaks
down and deposits a film of metallic osmium in the tissues. Molten
palladium absorbs very large volumes of oxygen, and sometimes
visble oxides form and disappear and form again. As we shdl see
shortly, this peculiarity must be borne in mind when palladium is
being melted. To the serious student, this is one of the most
fascinating aspects of this fascinating group.?

2 For a comprehensive review, see DAS VERHALTEN DER EDELMETALLE

UND IHRER KUPFERHALTIGEN LEGIERUNGEN GEGENUBER SAUERSTOFF
IN FLUSSIGEM ZUSTANDE UND BEIM GLUHEN IN FESTEM ZUSTANDE.

By E. Raub and M. Engel. Mitt. Forsch. Inst. Probieramts Edelmctalle, pp. 1-12,
June, 1939.
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MELTING AND WORKING PALLADIUM

Except for a few details, the procedures used in the melting and
fabrication of platinum are employed with paladium and its
ordinary aloys. Most workers prefer hydrogen (with oxygen)
instead of city gas, but both combinations are being used. Lime is
the approved crucible material, some workers finding that they
do not get good results with the sand crucible. For very smal lots
a hollow carved in a charcoa soldenng-block is adequate No
flux is required, either with this or any of the other platinum
metals.

Because of palladium's ahility to absorb much more oxygen while
molten, a dightly different melting procedure is demanded. Begin
work by turning a full hot flame on the scrap palladium, which
will melt promptly, the melting point being lower than that of
platinum. When dl the metal is molten, instead of removing the
flame abruptly, as is done when melting platinum, the worker will
dowly reduce the oxygen supply, and at the same time dowly
withdraw the flame, so that the button may solidify while being
bathed in a reducing flame.

As the metal cools, the occluded gases are expelled, and some-
times the button swells suddenly and solidifies with a rough sur-
face. If this happens, turn a small gentle flame on the top surface
until it just runs smooth, then reduce the oxygen supply and
withdraw the flame dowly, as before. This gives the absorbed
oxygen an opportunity to escape. Do not melt the entire button—
only its top surface. This sweating may have to be repeated.

Palladium and its ordinary dloys are rolled and annealed in
much the same manner as platinum, being given their first reduc-
tion while hot, though they can be worked cold. If gas has been
occluded, the edges of the bar will crack, and sheet will open up
like alligator's jaws, and the metal must be remelted.

Films of colored oxides form when palladium is heated moder-
ately, and disappear as the meta is heated further, only to reappear
when it cools. One way to get rid of these films is to quench
the led hot metal in water, thus cooling it before the film has time

to form. Another way is to pickle the palladium while warm in
dilute formic acid.
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MELTING THE OTHER PLATINUM METALS

In any history of the platinum metals, the student will find mention
of a mode of fabrication, used before the invention of the oxygen torch,
in which platinum sponge was strongly compressed, then heated, first
gently, then as strongly as possible in a wind furnace, and forged while
hot, then rolled down or drawn into wire. This method is called
Wollaston's process, and while not as convenient as the method of
fuson with the torch, it offers certain advantages, such as freedom from
contamination from the crucible or from the gases in the flame; and it
is ill occasionaly used to-day, especially in melting and working the
rarer metals of the group. (The same principle, sometimes called
"powder metallurgy," is aso used in the manufacture of tungsten wire,
among other things.)

The oxygen flame and the electric induction furnace are also used,
sometimes al three methods in combination. When we recall that
these metals al have high melting points, al tend to absorb gases when
hot, and that at least two of them have highly volatile oxides, it is easy
to see why these metals present such fascinating vistas of speculation to
the research student.

Rhodium. The classic research on the melting and working of
rhodium was done by William H. Swanger of the National Bureau of
Standards, and reported by him in 1929. (See Chapter E of the
Appendix for details regarding this and other publications.) The melt-
ing point is higher than that of platinum, and the tendency to absorb
gases is even more annoying than with palladium, but it is perfectly
possible to melt rhodium with the oxy-hydrogen flame, and, by manipu-
lating the oxygen supply as the metal cools, to produce a fairly good
button. However, for better results, Swanger suggests the following
procedure:

First, clean rhodium sponge is pressed into pellets in a sted form,
then heated and cooled in hydrogen. These pellets, now fairly firm, are
next melted in vacuum in the high-frequency induction furnace. The
ingots thus obtained have a smooth silver-white surface. These ingots
are then remelted on lime with the oxy-hydrogen flame, and forged or
swaged while very hot. In this way ductile wire of smal size can be
obtained.

Iridium. It is possible to melt iridium with the oxy-hydrogen
torch, but the melting point is so near to the temperature of the flame
itsddf that the process calls for great patience. Iridium melts more
readily in the hotter oxy-acetylene flame, and if the acetylene-oxygen
ratio is well adjusted, workable metal can be obtained. That is, metal
that is workable at white heat. Even the best iridium so far produced
cracks and crumbles when worked cold. Iridium has also been melted
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in the high-frequency induction furnace. Thoria crucibles were used,
as with rhodium, and saifactory results were obtained.

Ruthenium and Osmium. According to Atkinson and Raper,
there seams to be no definite reason to exclude the possihility of melting
and working these metals, in spite of their high melting point and
volatile oxides, by modern powder metallurgy technique, using high
temperatures and excluding air. Deville and Debray meted very
smdl quantities of ruthenium with the oxy-hydrogen torch, but were
unable to fue osmium. Because of their rarity and restricted industria
application they have not received as much study as their sster metds,
and the literature gives few details.

* = ® &

PARTII. MELTING GOLD AND SLVER

Men who carry out the acid refining of gold are usualy cdled
upon to perform a number of related tasks, such as melting clean
scrap into buttons for re-use, making up new karat golds, making
castings, and the like. They may dso have to choose the furnace
and arrange its placement, purchase and care for crucibles, fluxes,
ingot molds, and other equipment. Some of these matters have
already been touched upon from time to time in this book.

SOURCES OF INFORMATION

To cover dl the aspects of the gold melter's art would require a
volume much larger than this one. Fortunately the literature is
ample, so we shdl cdl attention to some of the more valuable
books and discuss here only a few points, including some that
have been the subject of recent questioning or controversy. In
Chapter E of this Appendix the reader will find descriptions (and
in many cases prices) of many books and magazine articles, certain
of which should be in the hands of every melter. We mention the
following as outstanding: E. A. Smith's book Working in Precious
Metals, (1934); Edward A. Capillon's paper Meting and Casting
Some Gold Alloys, (1930); Leach and Chatfield's paper Manufac-
ture of Serling Slver and Some of Its Physical Properties, (1928);
Daniel L. Ogden's paper Mdlting Fine Slver in High Fregquency
Induction Furnace, (1932); George S. Overton's book How to Make
Jewelry, (1927); T. K. Rose's book The Metallurgy of Gold, (1937);
Eugene W. Skinner's book The Science of Dental Materials, (1937) ;
Thomas B. Wigley's book The Art of the Goldsmith and Jeweller,
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(1911); Tracy C. Jarrett's paper Effect of Composition on Color
and Melting Point of 10-K, 12-K, and 14-K Gold Alloys, (1939);
the same author's Effect of Composition upon Physical and Chemi-
cal Properties of 10-K Gold Alloys, (1939); and E. M. Wise's paper
High-Srength Gold Alloys for Jewelry, and Age-Hardening Phe-
nomena in Gold Alloys, (1929). This by no means exhausts the
list of hdpful publications.

MELTING THE FINE GOLD POWDER

The fine gold powder produced in acid refining is normally
melted in a sand crucible in a gold-melting furnace. The purpose
is to remove any residua impurities and to obtain a button that
will be as near 1000 fine as possible.

Refiners often speak of this as one of their pleasantest tasks.
The pure gold melts tranquilly to assume a sort of luminous trans-
parency, very beautiful even through the melters' goggles, and it
can be poured without spitting or turbulence into a shining yellow
ingot.

As we say, it cools without spitting. That is because it does not
absorb oxygen, even when molten. It might be wel for us to
pause here and recall a few facts that may offer an understanding
of meta behavior. Most metals, such as copper and iron and
nickel, unite with oxygen to form stable oxides; they unite dowly at
ordinary temperatures, rapidly at high temperatures, and the oxides
do not decompose on cooling. Platinum and palladium, as we have
just seen, occlude oxygen when molten, only to give it up on cool-
ing. Silver resembles the platinum metals in this respect, and the
well-known spitting and crabbing of fine slver, when poured, is
due to this peculiarity. But fine gold differs from al of these in
that it does not absorb, or unite with, or take up oxygen, even
when molten.

This characteristic is the basis of "fire" refining. It means that
if oxygen is introduced into molten gold it will unite with any
base metals that may be present, to form stable base-metal oxides.
If these oxides can be floated or fluxed away, the gold will be
purified.

This was brought out in Chapters V and XV of this book, to
which the reader is referred. When nitre or saltpetre is heated
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strongly it releases oxygen gas; that is why we add a pinch of such
a st to the molten gold. We aso add some borax, in which the
base-metal oxides dissolve and are floated or fluxed away.

Chlorine is another gas which when hot forms stable compounds
with base metals, but not with gold. Accordingly we can purify
gold by introducing chlorine. This is the bass of the Miller
process described in Chapters XXI and XXII; adso of the practice
of adding a little mercuric chloride, or ammonium chloride, or
copper chloride, to the melt when purifying gold that is amost
fine.

If platinum group metads are present in smdl amount in such gold,
they can be removed by repested trestments with nitre, passng df in
the fumes. This fadt is undoubtedly related to their tendency to take
up oxygen when molten. Their remova by this means is not suggested
as a method of separdtion, as there is no easy way to capture the
volatilized metal. Chlorine and chlorides do not remove the platinum
metals.

MELTING LEMEL

In Chapters V, XII and XVIII of this book, we mentioned the
procedure for melting filings (lemel) into a button for subseguent
acid refining. The purpose here is merely to get al the metalic
particles into one lump, without regard to karat or working qualities.
It is customary, but not essential, to carry out a few preliminary
steps, such as the remova of iron with a magnet, and the burning
out of grease and paper. In most shops the melting is done in a
tall sand crucible in a gold-melting furnace, with calcined borax
as a flux.

(There are on the market some prepared fluxes that are described
as capable of "refining® lemel or dirty filings, meaning that they
can remove certain of the impurities and produce a button that
can be hammered and rolled. Such a button might be of approx-
imately the same karat as the origina metal, but on the other
hand it might be much higher or much lower, depending upon
circumstances that might change with every melt. It is obvious
that such "refining,” while often a useful procedure, is quite df-
ferent chemically from acid refining, in which fine gold is obtained,
free from slver or other alloying element.)

As we said, this work is traditionally done in a gold-melting
furnace. But if the reader has a platinum-melting torch, he is urged
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to consider the following letter, written by a veteran refiner of
unusual skill:

"l used to melt my gold filings in a gold-melting furnace, using a
big sand crucible and condderable flux. When you count the cog of
the crucible, which can be used only once, and running the blower
and gas for two or three hours, it is rather expensive. | find it is better
to use the Hoke oxy-gas torch. Here is the idea:

"Firgt burn the filings and take out iron with the magnet. Sometimes
| use nitric acid, but not dways. Use a large cut-down crucible, the
same as for platinum, or bresk a cracked gold-melting crucible down
low on one side. If using a new crucible, dip it into water firs, as this
prevents the crucible from breaking essly as moisture will be evenly
distributed.?

"Rub boric acid indde the crucible to prevent dicking. Let the
crucible stand in a dean iron tray while you melt, in case it tips over
or any filings blow out. Put in only a little material at firg and use a
gentle flame, not much oxygen, gradually adding more materid and
using a harder flame as it runs into a button.

"After dl the filings have been meted down, run the flame around
the ddes of the crucible, starting at the top, to melt down any little meta
particles that may cling to the wall.

"Let the met cool somewhat, then grasp the crucible with round
tongs and turn it upside down and the button will fdl out. If not,
loosn it gently with a sharp tool, so as not to damage the crucible,
which generaly can be used severd times.

"This plan is much chegper than the old way, and takes no more
than twenty minutes."

MELTING CLEAN SCRAP

When clean gold or slver scrap is melted down for re-use, every
effort is made to keep the fineness and the working characteristics
as nearly as possible the same as before. The process therefore is
much more exacting than the melting of filings or scrap as a pre-
liminary to acid refining, and it is not surprising that the process
should have received considerable attention in the literature. Capil-
lon's paper Meting and Casting Some Gold Alloys, and E. A.
Smith's book Working in Precious Metals, are particularly helpful
in this connection.

3 Note: Many experienced workers will disagree with this. In generd every
ffort is made to keep crucibles as dry as possible.
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Usudly the scrap, after careful preliminary cleaning, is melted
in a gas-air furnace or in an electric furnace, and boric acid is a
popular flux, with or without powdered charcoal. It is well known
that repeated remeltings may change the karat of gold aloys, by
driving of part of the alloying elements, especidly zinc. The
temperatures of fuson and pouring are important, and the size and
shape of the ingot molds have their influence on the success of the
operation. All these details are discussed fully in the paper and
book mentioned above.

Fine dlver, in common with the platinum metals, absorbs con-
siderable oxygen when molten, and expels it on cooling, with
conspicuous spitting and crabbing. The same tendency to lesser
degree is observable in Sterling slver and in gold aloys that contain
much slver. The logicd way to avoid this gas absorption is to
use an dectric furnace and melt in a vacuum or in an inert gas,
but so far this practice has not become general. At present the
most convenient way to avoid this gas inclusion, which is prone to
cause blisters and brittleness, is to add a deoxidizer to the melt just
before pouring.

DEOXIDIZERS

There are several substances which, when added in small amounts
to gold and slver aloys, will take up the oxygen and pass it into
the slag. They are sometimes called scavengers, or oxide-removers.
Among the more successful ones are phosphor-copper and phosphor-
magnesium-copper. Calcium boride is a third, suggested for gold
dloys by E. M. Wise and tested by Capillon, who describes it as
well as severa others, in the paper referred to.

We sometimes hear stories of mysterious substances, which when
added to gold aloys, to Sterling silver, aluminum bronze or other
metals, have a magic dfed and produce amazingly good results.
Sometimes a workman will conceal this mystery treatment and
demand extra compensation because of his secret knowledge. In
amost every instance the magic is smply a good deoxidizer,
properly used.

The amount needed is very small. Thus, one ounce of phosphor-
copper is aufficient for a 100 pound melt; or 1/8 of an ounce for a
200 ounce melt. It should be added ten minutes or less before
the charge is pulled from the fire. It should be introduced in the
form of smal grains, and pushed under the surface and forced
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to mix well with dl parts of the melt. The phosphorus unites with
the oxygen and passes df as fumes or slag; the copper goes into the
melt. In exact work, this small additional weight of copper must
not be forgotten.

These deoxidizers should not be used with platinum, as the
phosphorus will unite with it, instead of going dof into the dag or
escaping in the fumes.

FLUXES

The word flux comes from the root meaning to flow, but it has
now come to apply to a wide variety of substances that are added
to molten metals for one purpose or another.

Fluxes may be divided into four groups. Those (1) that introduce
oxygen are used in removing oxidizable impurities from fine gold.
Potassium nitrate (called saltpetre or nitre) and sodium nitrate
(called Chile sdtpetre) are the best of this group. The reducing
agents (2) are those that remove oxygen by reacting chemically
with oxides that are already present. To this class belong the many
carbonaceous and organic materials charcoal, sugar, dry sodium
carbonate (caled soda ash), argol, dry potassium carbonate (called
pearl ash), potassium cyanide, and so on. Next we have those
(3) that neither add oxygen nor take it away, but which form a
coating that excludes it. Borax and boric acid are the commonest
of these, and they further dissolve and flux dof any base-metal
oxides that may be present. To this same group belong fluorspar
and powdered glass. Then (4) come the so-caled tougheners—
ammonium chloride, mercuric chloride and copper chloride, used in
purifying gold that is almost fine.

These materials can have a powerful influence for either good or
evil, and have commanded considerable attention in the literature.
They have been mentioned often in this volume; in E. A. Smith's
book, for example, several pages are devoted to the occasions and
manner of their use; and the deslers in crucibles and supplies for
metal workers are generous with hepful practical advice.

CASTING PRECIOUS METALS

The cire perdu or lost wax process of casting is very old, as one
may learn by visiting any art museum. It consists of making a wax
pattern, setting it in some material such as plaster of paris (called
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the investment), then heating the investment until the wax melts
and runs away, and finally pouring molten metal into the cavity
thus provided.

The modern dental laboratory has done much to transform this
old art into a science a science by means of which intricate designs
can be reproduced accurately in metals of high melting point. In-
vestment materials capable of withstanding high temperatures have
been developed, and many tricks of technique have been learned.
Platinum and high-karat gold jewelry (as well as dentures) are
being cast to-day, in forms that were once considered impossible,
by specia processes described as economical and artistically satisfy-
ing. Patent applications cover different phases of this technique,
about which more can be learned from dealers in metals and manu-
facturers of melting equipment.

MAKING UP NEW ALLOYS

This is the most exacting and the most interesting of the gold-
melter's tasks. Within the last generation a host of new dloys
have been made white golds, pink golds, high-temperature dental
golds, and others. Perplexing problems of manufacture and
manipulation have arisen. The formulas of the different alloys,
the conditions under which they are melted, poured, annealed and
machined al these have received deep study, as can be seen by a
glance at the literature, to which the reader is referred. One of
the best sources of information is E. A. Smith's book Working
in Precious Metals, but later articles, appearing in the technical
magazines, bring the subject up to date.

NEW LIGHT ON OLD METALS

The precious metals have been known to mankind for at least
5000 years, and the melting and working of them was an art even in
the days of King Solomon. But the recent studies on these metals
have brought to light a wealth of new facts facts that will grant
wider scope to the artist, increased precision to the scientific worker,
financial advantage to the wholesde producer, and increased re-
sponsibility to the man in the furnace room.

The craftsman of the past, hammering each article by hand, could
tell by the fed of the meta when it was time to anneal, and if
different articles responded differently, no harm was done. But
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with modern machine production, there must be no individual varia
tion. We must know exactly when to anneal, and to what tem-
perature, and al pieces will be treated the same. Color, karat,
hardness, springiness, resistance to tarnish, and so on al must be
regulated and understood. A much more intimate and scientific
knowledge of the nature of our metals and alloys is now demanded.

This intimate knowledge could not have been secured without
certain useful tools, notably the microscope, the pyrometer, and the
X-ray. The sory of what they have revealed constitutes modern
metallurgy.

When old-timers pick up a volume of modern metallurgy they are
at first repelled by the technica terms and scientific diagrams.
However, if they will start a the beginning and follow the au-
thor's train of thought, they will have the happy experience of
recognizing old truths in a new dress. They will find explanations
of facts that they had themselves learned by accident or experience.
They will be able to say: "Why, that is something | knew al along
but could not quite explain!™ And findly, of course, they will see
how to turn these new facts to their own advantage.
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Several of the most potent chemical agents known to man—
strong acids, caustic soda, and the deadly cyanide are used in the
refining of precious metals. Fumes such as sulphur dioxide, am-
monia, chlorine, mercury vapor, and the brown gases produced by
nitric acid, every one of which is a man-killer if present in suffident
concentration, must be handled and disposed of safdy. We aso
have the hazards of the melting-room the white hot crucible, the
molten metal, and the terrific temperatures of the oxygen flame.

However, it is a fact that one hears only rarely of a serious
accident in this work. Probably that is because precious metals
are rarely entrusted to irresponsible workers. Possibly, aso, their
very preciousness makes for a sobriety of mind and builds up a
psychology of carefulness. But the beginner must understand
these hazards and their avoidance. Hence this chapter.

The National Safety Council, Inc., is a non-profit association
devoted to the study of safety measures in industry. Among other
activities it publishes pamphlets on the hazards connected with
different processes, and recommends measures for their avoidance.
The association maintains officss at 20 North Wacker Drive, Chi-
cago, 111, and all employers of labor should be familiar with its
efforts.

We are indebted to the Council for its permission to quote the
following paragraphs, taken from its copyrighted pamphlet
Chemical Burns, Their Nature and Treatment.

320
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"Chemicd burns are often thought to be similar to heat burns, but
this is true only in that both may cause destruction of body tissue. The
object causing a heat burn may cool, or the person may withdraw from
the object, and destruction of the tissues ceases. When contact is made
with a chemicd substance, the contact continues as long as the agent
is present in uffident concentretion to destroy the tissue. Absorption
must dso be conddered in treating chemica injuries, as this may cause
illness or even desath.

"The severity of chemicd burns depends upon: (1) the concentration
of the chemica, and (2) the duration of the contact. Generdly, the
firgt factor cannot be controlled, but the second may, and proper first
ad rendered immediately is of outstanding importance.

"The succesful handling of chemicd burns cdls for the complete
remova of the irritating agent, or the administration of such treatment
as will render the chemicd inert.

"The importance of immediate firg aid for chemica burns is in-
dicated by the following experiments to test the action of severd acids
a different strengths:

"Four tests were made using a 70 percent nitric acid, a 76 percent
sulphuric acid, a 37 percent hydrochloric acid, and a 99 percent acetic
acid on three persons. In each case the burning could be noticed in
five to fifteen seconds. Using the same acids in 25 percent concentra-
tions, no burning was noted.

"To compare the dfedts of neutralization (using a 5 percent solution
of sodium carbonate) with those of water, extendve tedts indicated that
the use of water, ether in a large tank or from a running tap, was
congderably better in treating acid burns than neutralization.

"If a patient's clothing becomes soaked with corrosive fluid, burning
will continue until the clothing is removed. Clothing should therefore
be removed immediately, but eforts should be made to keep the in-
jured person warm. The acid or dkali that remains on the skin should
be removed by flushing copioudy but gently with large quantities of
water—warm if possible. Shock will be lessened if the water is warm,
but speed is of greater importance, and if possble a stream of running
water should be directed onto the burned area so that dl the chemicd
may be washed away. The burned area may then be treated as any
heat burn and covered with any suitable protection, preferably a water-
sluble jelly.
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FIRST AID

"Persons giving first aid often make the mistake of first applying
an antidote. This treatment is not nearly so important as proper flush+
ing with water. The immediate use of a neutralizing agent on an
unwashed burn may increase the injury.

"According to some authorities, one of the mogt efective agents to
combat burns is tannic acid. (This gpplies mostly to third degree or
vay saious burns.  Sterile vesdine or anhydrous lanolin are often
recommended for burns of lesser degree) Many doctors are now
using gentian violet in the fom of a jdly for fire, second, or third
degree burns.

FIRST AID) TREATMENT FOR CHEMICAL EYE BURNS

"The sioumess of an eye injury is determined by (I) the strength
and character of the chemicd, (2) the length of time before treatment,
and (3) the type of the first treatment. The importance of immediate
firad ad should be dressed. The mechanica removal of the chemicd
is vary important. This can best be accomplished by careful washing.
Water may be poured from a cup onto the bridge of the nose and
dlowed to run over the eyebal, which is kept exposed by holding the
lid open, to flush out the inner surfaces of the lids. Do not pour water
directly onto the eyeball. If a hose is used, be sure to use a dow stream
s0 that the chemicd may not be driven farther back under the eyelids.

NEUTRALIZERS

"There has been condderable controversy relative to the neutrdiza
tion of acids and akalies with suitable neutralizers. Recent research
indicates that the best results may be obtained by the use of large

Remember: For chemica burns, wash immedi-
aedy with plenty of plain water.

quantities of plain, dean water. It is impossible to use too much water.
The use of a soothing ointment or jelly (as recommended by the
medicd director or physician) in the &ter treatment has proven
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beneficid. While the washing is going on, have the physician on his
way to the scene, that he may give any treatment that he may deem
n .

"The following paragraphs give brief descriptions of some important
corrogve agents and suggestions for further firg aid trestment remem-
bering dways that flushing the burned area with water is the im-
portant firg treatment, and that a doctor should be brought upon the
ene as on as possible.

ALKALIES OR CAUSTICS

"Here too, experiments have indicated that thorough washing with
water, as a firg aid remedy, is more effective than neutralization. No
time should be log before washing. Bathe fredy with water, then
aoply a 2% solution of acetic acid, wesk vinegar, or lemon juice.
(Use care when making up caugtic mixtures, for example the solution
on page 17 with which you removed shelac from filings. Add the lye
or potash dowly, and gir to avoid locd overheating. Use similar care
when ammoniating an acid solution, or acidifying an akaine one—
work dowly, ir well; and if the mixture spatters on skin or clothing,
wash it of immediately with much plain water. Ed.)

HYDROCHLORIC OR SULPHURIC ACID

"Bathe fredly with water and apply a saturated solution of bicar-
bonate of soda

HYDROFLUORIC ACID

"Bathe fredy with much water. Apply powdered sodium bicarbonate
or a 5% solution of ammonium carbonate. Boric acid is aso recom-
mended. Hydrofluoric acid is a violent corrosve, and skin burns hed
dowly.

NITRIC ACID

"Bathe fredy with water, then goply a saturated solution of bicar-
bonate of soda One doctor advises scrubbing until as much as pos
dble of the ydlow pigment is removed, using soap, ammonia, and
water.

NITROUS FUMES

"The fumes refarred to are the red (or brown) fumes present when
nitric acid is being manufactured or used. Beware of them. Don't
think, even if you are big and hedthy, that you can take chances with
them. Don't think for one minute that you can get used to them. If
you do get caught in them and have a suffocaing cough, see a doctor.
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WHEN HANDLING SULPHURIC ACID

"Never pour waer into strong sulphuric acid. To dilute the acid,
pour it into the water, dowly, and with congant stirring. Keep the
acid away from combustible materids (such as wood or paper); it
may dat a fire. Keep acid containers away from heat, and out of the
sun, to prevent building up pressure in them. Empty containers should
be flushed out with water to prevent burns to those who handle them.
Keep plenty of fresh weater near & hand with which to wash acid of
the body in an emergency."

SHOWER BATHS

Laboratories and plants that handle acids in quantities are
equipped with shower baths under which a worker can quickly step
in case of emergency; a good type is one with a vave that operates
when the worker steps on a platform. In most plants it is thought
to be enough if a tub or barrel of water is available.

CYANIDE POISONING

The R. & H. Chemicals Department of the du Pont Company
publishes a trade paper cdled Modern Metal Finishing, in the June
1936 issue of which a new antidote for cyanide poisoning is given.
We quote:

ANTIDOTE

"Always have on hand a liter (quart) of a 1 percent solution of
Sodium Thiosulfate and a carton of Amyl Nitrite Pearls. Directions for
treatment:

1. Have patient inhale content of an amyl nitrite pearl.
2. Cause vomiting by giving sogp water or mustard water.
3. Give 500 cc (about a pint) sodium thiosulfate solution by mouth.

"Repest the above procedure every fifteen minutes. If necessary give
atificid respiration until physician arrives.

"The rapidity of death from cyanide poisoning has been justly
emphasized, for mogt patients die within 30 to 60 minutes. On the
other hand, many linger for severd hours; one lived over three hours.
As long as the victim's heart dill beats, the clinician should condder
the case hopeful and treat it without delay.
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"Be aure that cyanide never comes in contact with open wounds or
skin abrasions. Always wash the hands wel with running water after
handling cyanide. Food should never be stored, handled, or consumed
during cyanide operations. Keep cyanide away from dl acids. Keep
the container tightly dosed when not in use; cyanide is weskened by
exposure to air.”

MERCURY

Mercury poisoning can develop when mercury or amalgams are
handled or heated, and when corrosive sublimate (mercuric chlo-
ride) is used as a flux in the melting of gold. The fumes appear
at a low temperature and are extremely poisonous. They are heavy,
s0 heavy that they are not carried of by a weak draft or a small
exhaust fan; instead they settle to the floor, and seep through the
crevices of the furnace or flue, and accumulate in the building The
exhaust system must be designed with this fact in mind.

For five cents the Superintendent of Documents, United States
Government Printing Officg, Washington, D C, will send a 4-page
pamphlet entitted Mercury Poisoning, Its Cause and Prevention,
issued by the United States Department of Labor. This is a concise
statement explaining how mercury poisoning occurs, the signs and
symptoms and what to do about it, and preventive measures. Any
person who works with mercury, its sdts or its amalgams, should
obtain copies and post them where they will be read frequently.

To the precious metal refiner, the greatest hazard from mercury
is probably that involved in opening the retort; see Chapter XVI.
When the retort is opened it may ill contain some mercury vapor.
Unless the operator thoroughly understands this situation, he may
receive enough mercury to cause poisoning.

Bare hands should not be used when handling mercury bearing
materials. Men should not smoke when there is a possbility of
mercury fumes in the air, and food should not be eaten a a retort
plant.

HA7ARDS OF THE MELTING ROOM

Hazardous Arrangement. The National Safety Council esti-
mates that hazardous arrangement is the principal mechanical cause
of al serious injuries. Unsafe clothing and failure to use proper
goggles can be included in this grouping Unsafe planning or
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work, and unsafe methods and processes, are most frequently men-
tioned. For example, it is bad management to place the ingot
mold so far from the furnace that the operator will have to walk
many steps carrying a crucible full of molten gold. It is bad practice
to leave obstructions on the floor of any factory, most especidly
ones in which hazardous materials such as strong acids or molten
metals have to be carried about. It is bad practice to omit the guard
crucible or other device to catch molten material in case a crucible
breaks or molten flux boils over inside a furnace. It is bad practice
to place gas cocks, dectric switches, or other controls where they
cannot be eadly reached in an emergency. It is bad practice to
leave off ashestos gloves and protective shin-guards and foot-gear
when making large castings. Instances of bad practice can be
multiplied indefinitely, but a little intelligent planning on the
part of individual shop foremen, and vigilance on the part of the
workmen, can reduce them to a minimum.

Crucibles. Many of the hazards of the melting room are con-
nected with crucible failure. In Chapter A of this Appendix we
mentioned the Crucible Manufacturers Association, and their very
informative pamphlet How to Cut Crucible Costs, which gives
many sfety suggestions. As we said before, this pamphlet may be
had without cogt from your crucible dealer, or from the Association
at 90 West street, New York, N. Y.

Crucible users should realize, says this pamphlet, that a crucible
is made of a material that undergoes certain changes under the
influence of heat; that it must do work that no metal is capable of
doing that is, when the meta is molten and the crucible itsdf
is a amost a white heat, it must gill be strong enough to hold
the heavy liquid metal and carry it safdy to the mold. And it must
do this over and over again. Therefore it is entirely within reason
to sy that a crucible must be handled carefully at al times, and
particularly so when it is new. Suggestions on the handling of
crucibles are given, some of which have already been mentioned in
Chapter A. Proper storage with precautions against dampness are
important. The use of properly shaped tongs is important. The
reader is advised to have this pamphlet posted in a prominent place,
and to refer to it often.

Oxygen Cylinders. The oxygen gas used when melting plati-
num is compressed in ded cylinders. The Interstate Commerce
Commission regulations governing the conditions under which tanks
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can be shipped are such as to remove practically al hazards con-
nected with tank construction. In addition, most cities have Fire
Department regulations on the storage and handling of these tanks.
If these regulations, and the suggestions offered by the oxygen
dedlers, are followed, the user need have no fears. It will be recalled
that oxygen tanks can be found in almost every hospital that treats
pneumonia, asthma, heart ailments, and some other disabilities;
hence it is clear that such tanks bear a reputation for safety.

Cylinders are provided with a sfety disc that will release the
pressure in case the cylinder becomes unduly heated as for instance
if the building should take fire and the gas itsdf is not poisonous.
Keep tanks in a farly cool place, not in the direct sun nor too
close to a radiator; use no oil on any part of them; follow the
advice of the dedler and you will have no hazard.

The regulators (pressure-reducing valves) used to regulate the
oxygen flow, if handled as directed by the sdler will work well
for many years. Use no oil on any part of the regulator, torch,
tubing, cylinder, or any connection or piping that carries com-
pressed oxygen. This is important, because compressed oxygen can
combine with oil to form an explosve mixture.

Pressure reducing valves have been known to rupture under abu-
sve mismanagement. When this happens al the oxygen escapes.
However, properly designed instruments are so made that there is
no hazard to the user.

STAINS ON THE SKIN

Shortly after handling a solution that contains gold, the worker
is almost sure to find purple stains on his fingers. Even a minute
amount of dissolved gold will make a conspicuous and character-
igic stain. Platinum and slver solutions cause unsightly black
stains. Nitric acid produces a yellow stain. These stains themselves
offer no special hazard to the worker, but ill-advised efforts to
remove them can be dangerous.

Careful rinsing and scrubbing of the hands while the work is
in progress will minimize these stains, al of which, once formed,
are difficult to remove and usualy remain until the outer layer of
skin has been replaced.

Some foolhardy workers remove the purple gold stains by rub-
bing the spots with a lump of wet cyanide. This is unwise for
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two reasons. firg there is the obvious danger of absorbing the
poisonous cyanide through the skin; second, cyanide is sufficiently
caustic to cause the skin to chap and peel, and it leaves the hands
s0 roughened as to be rather worse df than before, both in ap-
pearance and in susceptibility to poisons and infections.

Different people respond differently to cyanide poisoning, but
al authorities agree that it can be absorbed through small abrasions
or tiny sores in the cuticle. Hence the worker is advised to use
every care to avoid these meta stains, rather than to use drastic
methods of removal.

GAS MASKS

The small shop, especidly if it is equipped with a proper hood,
will have little need for a gas mask. A wet handkerchief draped
over the face like a highwayman's mask will serve most purposes.
The large plant, however, will probably want one. The chemical
supply houses provide severa designs for use with the various
chemicals encountered in this work. In genera it is well to depend
upon fans and blowers, rather than to permit fumes to collect in
such concentration as to suggest the need for a mask.

SOME ARTICLES TO READ

Publications of the Nationa Sdfety Council, Inc., 20 North Wacker
Drive, Chicago, lll., espeddly CHEMICAL BURNS, THEIR
NATURE AND TREATMENT.

CYANIDE POISONING. Modern Metd Finishing, issue of June,
1936, published by the R. & H. Chemicals Dept., E. I. du Pont
de Nemours & Co., Inc., Wilmington, Del.

MERCURY POISONING; ITS CAUSE AND PREVENTION. U. S.
Department of Labor. Price $0.05 On sde by the Superintendent
of Documents, Government Printing Offics Washington, D. C.

MERCURY POISONING. Pages 3640 of the Information Circular
No. 6966, U. S. Bureau of Mines, "Occurrence and Treatment of
Mercury Ore a Smdl Mines" by M. W. von Bernewitz. This is
out of print, but copies can be seen a many public libraries.

HEALTH HAZARDS IN CHEMICAL INDUSTRIES. By Henry
F. Smyth, J., of the Industrial Toxicologicad Department, Mdlon
Institute of Industrial Research, Pittsburgh, Pa. Published by
THE CHEMIST (bulletin of the American Institute of Chemidts,
233 Broadway, New York), issue of April, 1939.
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HOW TO CUT CRUCIBLE COSTS. Obtainable gratis from the
Crucible Manufecturers Association, 90 West S, New York City.
CARE OF OXYGEN, ACETYLENE, AND OTHER COMBUS
TIBLE GAS CYLINDERS. Digtributed by the Air Reduction

Sdes Co., which has dfices in many cities. Generd Offiog 60 East
42nd S, New York City.



CHAPTER C
LAWS AND REGULATIONS

Federal Licenses for handling gold. Regulations concerning Govern-
ment purchase of precious metals. National stamping law covering
gold, dlver and their dloys. Laws for stamping platinum. The Com-
mercid Standards. Loca ordinances. Standards in foreign countries.

#H#HHH
FEDERAL LICENSES FOR HANDLING GOLD

Shortly after the United States went dof the gold standard in
1933, the Treasury Department instituted regulations for the licens-
ing of persons who acquire, transport, melt or treat, export, import
or earmark gold, or hold it in custody for foreign or domestic
accounts. This obvioudy is of interest to the jeweler and dental
technician handling gold. No fee is charged for these licenses,
and the legitimate desler or manufacturer has no difficulty in
obtaining one.

At present writing, the person holding only small amounts of
gold a a time requires no license; however, the regulations are
subject to change without notice, and the reader is advised to obtain
copies of the current regulations from time to time. These may be
had from any Federal Reserve Bank, or from any Mint or Assay
Office

No federal license is required for the handling of platinum or
silver.

In addition to the Federal license, some States and a few
municipalities require locd licenses of buyers of old gold, of pawn-
brokers, dedlers in second hand jewelry, and the like.

REGULATIONS CONCERNING GOVERNMENT PURCHASE OF PRECIOUS METALS

The United States Mints and Assay Officess will purchase gold,
and usualy silver as well. They are not authorized to buy platinum
metals, and if these metals happen to be included with shipments of
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gold or slver, no payment will be made for them, and the refining
charge may be increased by their presence.

The forms in which deposits will be accepted, the prices paid,
etc., are al subject to change. At present deposits will be received
in amounts of not less than one Troy ounce of gold, and the material
must run a least 200 fine by assay. A copy of current regulations

can be obtained for the asking from any Mint or Assay Office
Because the Government does not seek a profit on these opeiations,
the price it pays is generally higher than that obtainable from
commercial refiners  However, there is a wait of severd days
before the payment is made, and the conditions mentioned above
are such as to exclude some kinds of materials

NATIONAL STAMPING LAW COVERING GOLD, SILVER AND THEIR ALLOYS

The fact that gold and slver are used as money has meant that
their stamping or marking has been regulated by law for many
centuries. Such laws are usualy thought of as a protection to
the purchaser of jewelry or silverware, but a the same time they are
a protection to the jewelry manufacturers as a group, since they
tend to sustain public confidence in the industry.

Handy and Harman, precious meta deders of Bridgeport,
Connecticut, have published a book caled Handy Book for
Jewelers in which some of these laws are quoted in full.

The United States National Stamping Law, forbidding the im-
portation, exportation, or interstate commerce of fasdy or spuriously
stamped articles of merchandise made of gold or silver, or their
aloys, was enacted June 13, 1906 The full text of the act may be
found in the Handy Book and in amost any law library or big
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public library. Ask for Rev. Stat. U. S, vol. 34, pt. 1, p. 260, 55th
Cong., 19 Sess, Public Law 226. A summary quoted from the
Handy Book covers its main provisions, as follows:

Gold. If an aticle is made of gold and is stamped gold, it must
aso bear a quality mark such as "10 karat" (10-K), "14 karat" (14-K).

If an aticle of gold is given a quality mark, the fineness by asssy
must not be lower than:—

Watch Cases and Flaware . . | 003 less than Stamped qudlity.
Other articles, not including solder . .0208 (/2 karat) less than the
gamped quality.

However, the assay of a complete article, including solder, must not
be more than .0417 (1 karat) under the stamped fineness per karat.

For example, the gold in a 14-kara watch case, free from solder must
be a least .5803 by assay. The entire case, including solder, must assay
a leest 547 (13 karat). A gold ring, not soldered, stamped "14-K"
must assay a leest 5625 (131/2karat). The gold in a brooch stamped
"10-K" mugt assay at leest 3958 (91/2karat) and the entire brooch,
solder and al, must assay at leest 3750 (9 karat).

Silver. The dlver in any aticle samped "Sterling Silver" should
assy 925, and the dlver in an article marked "Coin Silver" should
assy .900. The dlver in an article, not including solder, must not be
less than this by more than .004. For example, an aticle marked
"Sterling Silver," free from solder, must assay a least .921.

Soldered parts must not reduce the assay of the entire article, includ-
ing solder, by more than .010 under the standard assays of .925 and .900,
respectivey, for sterling slver and coin slver. For example, an article
marked serling sSlver when meted, including solder, must asssy at
least .915.

Gad and Silver Used with Inferior Metals. An aticle made
of an inferior base metd combined with gold may be marked "Rolled
Gold Plate," "Gold Plate," "Gold Electroplate® or "Gold Filled" as the
cae may be. If any mark is used to indicate the fineness of the gold,
it must be accompanied by one of these terms.

For example:"10 K. Rolled Gold Plate," "14 K. Gold Filled."

The words "Sterling” or "Coin" aone or in combination with other
metas cannot be used to describe a plated article.

For example:—"Sterling Plate" is prohibited.

Penalties. Violators may be fined up to $500 or be imprisoned
up to three months, or both, a the discretion of the court.
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LAWS FOR STAMPING PLATINUM

For some years dfter the introduction of platinum as a jewelry
metal there was confusion regarding its marking, and much mis-
branding, adulteration and fraud took place. Three of the States
in which considerable platinum jewelry was manufactured New
Jersey, New York, and Illinois passed laws regulating the stamp-
ing of platinum and its alloys. And findly, on June 20, 1938, the
National Bureau of Standards made effective a series of regulations,
based on these State laws, that covers the entire nation. The full
text of the New York State law will be found in the Handy Book
Copies of the new National Standard, known as Commercia
Standard 66-38, may be obtained from the Superintendent of Docu-
ments, Washington, D. C, for 5¢c. Briefly its main provisions are
as follows:

Articles may be stamped "platinum” or "plat,” provided dl parts of
the article purported to be of platinum shdl conditute at least 985/1000
parts platinum. If platinum assaying 985/1000 parts pure has been
combined with gold the article must be stamped with the karat mark
indicating the fineness of the gold in conjunction with the word or
abbreviation of platinum, as "14K & Plat." When platinum is aloyed
with iridium, palladium, ruthenium or osmium, these articles must be
marked in fractions designating the content of these metals. Merchandise
bearing quality marks must dso be stamped with a registered trade
mark.

THE COMMERCIAL STANDARDS

The National Bureau of Standards, in co-operation with members
of the precious metal industries, has formulated several other
"Commercial Standards' that may be of interest to the reader.
These Standards have their origin in the Bureau, rather than in
the halls of Congress or the State Legislatures, and are a crystalliza-
tion of established trade practices rather than any sort of govern-
mental regimentation. They are subject to amendment when the
interested industry feds that changes are advisable, and they are
enforced with the co-operation of the Federal Trade Commission.
Copies of the texts may be obtained from the Superintendent of
Documents, Washington, D. C, price 5c. Other standards may be
proposed and possibly adopted in the future; the following are now
effective:
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Marking Articles made of Silver in Combination with Gold—
Commercia Standard 51-35.

Marking Articles Made of Karat Gold Commercia Standard
67-38.

Marking of Gold Filled and Rolled Gold Plate Articles other
than Watchcases Commercial Standard 47 34, with amendments
of February 25, 1939. Bulletin TS 1942, of July, 1933, defines the
terms "Gold Filled" and "Rolled Gold Plate "

LOCAL ORDINANCES

In efforts to improve trade practices and to discourage treffic
in stolen goods, a number of cities and states have passed laws of
interest to the precious metal worker. Some of these regulate the
sde of second hand jewelry, especidly second-hand watches. Others
apply to itinerant buyers of old gold Others require licenses of
watch repair men or regulate the handling of jewelry "on memoran-
dum " Information on such loca ordinances can usualy be ob-
tained from the loca Chamber of Commerce, or from the Nationa
Better Business Bureau in the Chrydler Building, New York, N Y

STANDARDS IN FOREIGN COUNTRIES

E A Smith gives the following facts in his book Wording in
Precious Metals, page 395 We quote

Platinum. For platinum the standard 950/1000 hes now found
general acceptance in most countries for the purpose of a quality standard
for jewdry  (The International Jewelers Congress et Rome, May 5 7th,
1933, confirmed 950/1000 as the International Platinum Standard See
report in Goldsmiths Journal, June 1933, page 257)

Gold. For coin the gold standard in most countries is 900, excep
tions being Great Britain, which has adopted 916 6 This higher
standard is dso in use in Brazil, Chile, India, Newfoundland, Peru,
Portugal and Turkey, whilst Egypt is 875

For gold plate and jewdlery the most universal standards are 750
and 585 (or 583)

Lower standards of 375 are used by Great Britain, Esthonia and
Tunisia, and 333 by Germany, Itdy, Bulgaria and Portugal

Silver. The gandard of 900 is very generd for slver coin  In
Great Britain the standard is 925 (temporarily lowered to 500)

In some countries lower standards are in use, epecidly for subsidiary
coins.
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For dlver wares various standards are in use. The 925 dandard is
the one current in the British Empire and the United States, the so
cdled Sterling slver. The slver exported by England, too, is generdly
of this standard.

France manufactures 950 in larger objects for the home market, and
frequently 800 in smdler articles.

The Scandinavian countries, the Netherlands, Czecho-Sovakia
Austria, Portugal, Egypt and Bulgaria use standards between 850
and 830.

Germany manufactures 800 for the home market as wel as for
export; and in many countries, owing to German influence, the 800
standard is current. Manufacturers in Germany, however, are discussng
a change from 800 to 835 as the lower quality dloy tarnishes somewhat
readily. The 835 on the contrary is regarded as satisfactory.

& & & »

The Canadian Precious Metals Marking Act is quoted in the
Handy Book The magazine The Manufacturing Jeweler for Janu
ay 4, 1940, page 7, gives a hdpful summary of the principal pro
visions. Complete copies of the Act may be obtained from the
King'sPrinter, Ottawa, Canada; price $0.10



CHAPTER D
A LIST OF DEALERS

Buyers of precious metals. Deders in chemicd apparatus and supplies.
Deders in supplies for Jewelers. Deders in sedid
equipment and machinery.

# # # #

This list is by no means complete. There are many reputable
dedlers in addition to these few. Several of the firms here listed
have branches in other cities. The telephone Red Books, and
the trade catalogues mentioned in Chapter XX, will provide
many more names.

Buyers of Precious Metals

With few exceptions, the firms listed below aso sdl gold, slver
and platinum in one form or another, for industrial or scientific
use. The reader is advised, before shipping precious metals, first
to confirm these addresses, and second, if dealing with persons not
on this ligt, to ask his bank for a report on their credit rating.

CALIFORNIA

Pecific Platinum Works, 814 So. Spring St., Los Angeles.
Wildberg Brothers Smelting & Refining Co., 635 So. Hill S,
Los Angeles.
Shreve and Co., Post and Grant Sts., San Francisco.
S. B. Gracier & Sons, 212 Stockton St., San Francisco.
Western Gold and Platinum Works, 589 Bryant ., San Francisco.
Wildberg Brothers Smelting & Refining Co., 742 Market St., San
Francisco.
CONNECTICUT

Handy & Harman, Bridgeport.
J. M. Ney Co., Hartford.
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ILLINOIS

Thomas ]. Dec & Co., 55 East Washington St., Chicago.

Goldsmith Bros. Smelting & Refining Co., 58 East Washington &,
Chicago.

Kilgallon & Co., 31 North State S., Chicago.

LOUISIANA
H. Schmidt & Son, 208 Chartres St., New Orleans.

MASSACHUSETTS

Attleboro Refining Co., Union ., Attleboro.
John Hood Co., 178 Tremont ., Boston.
Eastern S. & R. Co., 107 West Brookline St., Boston.
Glines & Rhodes, North Attleboro.
Jewelers' & Silversmiths Co-operative Refining Co., North Attle-
boro.
OHIO

Cincinnati Gold and Silver Refining Co., 523 EIm St., Cincinnati.
Peter Henry & Son, 439 Race St., Cincinnati.
G. W. Sdfried Co., 127 Opera Place, Cincinnati.

MICHIGAN
C. L. Pratt, Jr., 15 Gratiot ., Detroit.

MINNESOTA

General Refiners, Inc., 27 No. Fourth S., Minneapolis.
Spyco Smelting & Refining Co., 55 So. Third S., Minneapolis.

NEW JERSEY

Irvington Smelting and Refining Works, Nye Ave., Irvington.
American Platinum Works, 225 N. J. Ralroad Ave, Newark.
Balbach Smelting & Refining Co., 580 Market St., Newark.
Baker & Co., 54 Austin St., Newark.

Clinton Refining Co., 91 East Kinney St., Newark.

Enright Refining Co., 42 Marshall S., Newark.

L. Lelong & Bro., 449 Washington S., Newark.

H. A. Wilson Co., 97 Chestnut St., Newark.
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NEW YORK

Hoover & Strong, Inc., 119 W. Tupper ., Buffao.
Williams Gold Refining Co., 2978 Main St., Buffdo.
Sigmund Cohn, 44 Gold S., New York.

Joseph B. Cooper & Son, 26 John St., New York.
Dentists' Supply Co., 220 West 42, New York.
Goldsmith Bros. Smelting & Refining Co., 74 West 46, New Yorl
Moe Hamerschlag, Inc., 174 Park Row, New York.
Handy & Harman, 82 Fulton S., New York.

J. F. Jelenko & Co., 136 West 52, New York.
Johnson Matthey & Co., 15 West 47, New Y ork.
Kastenhuber & Lehrfeld, 24 John S, New York.
Kushner & Pines, 21 West 46, New Y ork.

Orange Bros., 40 John St., New York.

I. Stern & Co., Inc., 218 West 40, New Y ork.

Charles W. Williams, 106 Fulton St., New York.

PENNSYLVANIA

J. Bishop & Co., Malvern.

T. B. Hagstoz & Son, 709 Sansom $t., Philadelphia.
Masel Dental Laboratory, 1108 Spruce St., Philadelphia.
S. S. White Dental Co., 211 S. 12, Philadelphia.
Dentists' Supply Co., York.

MARYLAND
Gilbert Cummins & Co., 1 North Eutaw St., Baltimore.

RHODE ISLAND

Geo. M. Baker Co., 91 Page ., Providence.

Conley & Straight, Inc., 236 Eddy St., Providence.

Pease & Curren, 780 Aliens Ave., Providence.

Horace Remington & Son Co., 91 Friendship St., Providence.

TEXAS
Southwest Smelting & Refining Co., 1809 Main $t., Dallas.
Southwest Smelting & Refining Co., 108 E. 10th St., Fort Worth.
WASHINGTON
Speyer Smelting & Refining Co., Medicad & Dental Bldg., Seattl
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Dedlers in Chemical Apparatus and Supplies

In addition to the following large organizations, there are many
small chemica supply houses throughout the country, most of
which carry in stock the chemicals and equipment used in refining,
or can obtain them on short notice. It is advisable wherever pos-
sible to purchase from a loca dedler, since transportation costs are
often a large part of the cost of chemicals.

CALIFORNIA

Braun Corporation, 2250 East 15th St., Los Angeles.
Braun-Knecht-Heimann Co., 576 Mission S., San Francisco.
Justinian Caire Co., 268 Market Street, San Francisco.

COLORADO

Denver Fire Clay Co., Box 5510, Denver. (Branches in Sat Lake
City and El Paso.)

ILLINOIS

Central Scientific Co., 1700 Irving Park Blvd., Chicago.
E. H. Sargent & Co., 155 East Superior &., Chicago.

MARYLAND
Gerald K. Heller, Eagle and Smallwood Sts., Baltimore.
James B. Ferguson, 1642 Warner St., Baltimore.

MASSACHUSETTS

Central Scientific Co., 79 Amherst St., Cambridge.
Macalaster Bicknell Co., Washington and Moore Sts., Cambridge

MISSOURI

Heil Corporation, 210 S. Fourth &., St. Louis.

NEW JERSEY

New Jersey Laboratory Supply Co., 235 Plane St., Newark.



340 REFINING PRECIOUS METAL WASTES

NEW YORK

Buffdo Apparatus Co., 180 Main ., Buffao.

J. & H. Berge, 145 Hudson St., New York.

Eimer & Amend, 18h St. and Third Ave.,, New York.
Emil Greiner Co., 161 Sixth Ave.,, New York.
Palo-Myers Inc., 81 Reade St., New York.

Will Corporation, Rochester.

PENNSYLVANIA

Arthur H. Thomas Co., West Washington Sg., Philadelphia
Fisher Scientific Co., 709 Forbes S, Pittsburgh.

VIRGINIA
Phipps & Bird, Inc., 915 E. Cary S., Richmond.

WEST VIRGINIA
B. Preiser Co., 109 Washington St., Charleston.

CANADA

Fisher Scientific Co., 898 St. James St., Montreal.
Centra Scientific Co. of Canada, 119 York St., Toronto.

Dealers in Supplies for Jeweers

For a much more extended list of dealers, the reader is referred
to the Jewelers Buyers Directory, published biennially by the Jew-
elers Circular-Keystone, 239 West 39, New York City; and to the
Jewelers Handbook, published annually by Walter B. Frost & Co.,
42 Weybosset St., Providence, R. 1.

CALIFORNIA

Friedman-Gessler Co., 220 W. 5th St., Los Angeles.
E. W. Reynolds Co., 315 W. 5th S, Los Angeles.
Justinian Caire Co., 268 Market S., San Francisco.

COLORADO

Denver Fire Clay Co., Box 5510, Denver. (Branches in Salt Lake
City and Utah.)
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FLORIDA

Clifford R. Maxwell, 117 N. E. 14 St., Miami.

GEORGIA

Ewing Bros., 5 Plaza Way, Atlanta
Jewelers Supply Co., 84 Peachtree S., Atlanta.

ILLINOIS

C. & E. Marshal Co., 1445 West Jackson Boulevard, Chicago.
(Branches in Detroit, Duluth, Columbus, New Orleans, Hous-
ton, Dallas, Oklahoma City, St. Paul, Milwaukee, Los Angeles,
Kansas City, Minneapolis.)

Swartchild & Co., 29 East Madison St., Chicago. (Branch in New
York City, Boston, and Dallas.)

Henry Paulson & Co., 37 S. Wabash Ave. Chicago.

J. Henri Ripstra, 5 S. Wabash Ave., Chicago.

INDIANA

Bardach & Gran, 448 N. Capitol Ave., Indianapolis.
Indiana Jewelers Supply Co., 15 East Washington S., Indianapolis.

KENTUCKY

Geo. Katzman Co., 3rd and Walnut Sts., Louisville.

LOUISIANA

New Orleans Jewelers Supply Co., 208 Chartres, New Orleans.

MARYLAND

John A. Tschantre, 25 N. Liberty St., Baltimore.

MASSACHUSETTS

Kirby & Co., 387 Washington St., Boston.
Wm. J. Orkin, 373 Washington S., Boston.
Travis, Farber Co., 373 Washington St., Boston.
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MICHIGAN

Michigan Jewelers Supply Co., 1022 Michigan Bldg., Detroit.

MISSOURI

Clark Tool & Material Co., 925 Grand Ave., Kansas City.
Edwards-Ludwig-Fuller Co., 1115 Walnhut St., Kansas City.
Meyer Jewelry Co., nth and Grand Ave., Kansas City.

NEW JERSEY

William Dixon, Inc., (tools, supplies, equipment, machinery, saws,
buffs, materials) 32 East Kinney ., Newark. (Branch in
New York City.)

NEW YORK

Anchor Tool and Supply Co., 12 John St., New York.

Arrow Supply & Tool Co., 109 Lafayette St., New York.

Buhl, Peer & Keefe, (watch and jewelry supplies), 41 Maiden
Lane, New York.

William Dixon, Inc., 36 West 47, New Y ork.

Paul H. Gesswein & Co., 35 Maiden Lane, New York.

Hammel, Riglander & Co., (watchmakers supplies) 209 W. 14,
New York.

M. J. Lampert & Sons, (watch and jewelry supplies) 35 Maiden
Lane, New York.

OHIO
E. & J. Swigart Co., 32 West 6th S., Cincinnati.

PENNSYLVANIA

Wm. S. Waples, 727 Sansom S.* Philadel phia.
Martin Gluck & Son, 313 Clark Bldg., Pittsburgh.

RHODE ISLAND

Z. Berberian Co., 147 Chestnut St., Providence.
Geo. L. Claflin Co., 156 Dorrance S, Providence.
Johnson & Raftery, 104 Point St., Providence.
Jewelers Supply Co., 1144 Eddy St., Providence.
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TENNESSEE

Young-Neal Co., Chamber of Commerce Bldg., Nashville.

TEXAS
Jack Gould & Co., Santa Fe Bldg., Dallas.

VIRGINIA
Herr & Kline, 231 Granby S., Norfolk.

WASHINGTON

Butterfield Bros., 1504 Third Ave., Seattle. (Branch in Portland,
Ore)

CANADA

E. & A. Gunther Co., Ltd., Brantford, Ontario. (Branch in Van-
couver.)

Dealers in Special Equipment and Machinery

Alberene Stone Corp. of Virginia, (hoods, sinks) 419 Fourth
Avenue, New York. (Quarries at Schuyler, Va.)

Alloys and Products, Inc., (deoxidizers)) Oak Point Ave., Bronx,
New York.

American Cuttlefish Bone and Crucible Co., 75 Cliff St.,, New York.

American Gas Furnace Co., Elizabeth, New Jersey.

American Oil & Supply Co., (acids, crucibles) 238 Wilson Ave.,
Newark, New Jersey.

American Seitz Filter Corp., (filtering equipment,) 480 Lexington
Ave., New York.

H. J Astle & Co., (blowers, polishing equipment,) 118 Orange St.,
Providence, Rhode Island.

Autovent Fan & Blower Co., 1835 No. Korstner Ave., Chicago, 111

Sigmund Cohn, (casting equipment,) 44 Gold S., New York.

DeBothezat Ventilating Equipment Division, 100 Sixth Ave., New
Y ork.

Dentists' Supply Co., 220 West 42, New York.

Jos. Dixon Crucible Co., 233 Broadway, New Y ork.

E. A. Eddy Machinery Co., (jewery factory machinery,) 211 Eddy
S, Providence, R. I.
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General Ceramics Co., (acid proof stoneware,) 225 Broadway, New
York.

J. Goebel & Co., (crucibles, tongs, fluxes, furnaces, casting equip-
ment,) 95 Bedford St., New York.

W. Green Electric Co., (plating equipment and salts)) 192 Broadway,
New York.

H. Henrich, Inc., (alloying materials)) 68 Fulton St., New York.

Hoke Incorporated, (oxy-gas torches and accessories) 122 Fifth
Avenue, New York.

H. E. Jacoby, (filter-presses)) 205 East 42, New York.

J. F. Jelenko & Co., (casting equipment,) 136 West 52, New Y ork.

Jewelers Technical Advice Co., (information and advice, books on
precious metals,) 123 William St., New York.

Maurice A. Knight, (chemical stoneware,) Kelly Ave., Akron, Ohio.

Laboratory Construction Co., (hoods, fume disposa equipment,)
113 Holmes &, Kansas City, Mo.

Laboratory Furniture Co. Inc.,, (hoods, tables,) 37-18 Northern
Blvd., Long Island City, N. Y.

Lapp Insulator Co., Chemica Porcelain Division, (ceramics,) 400
Gilbert &., LeRoy, N. Y.

Leiman Brothers, (dust collecting equipment, jewelers' benches,) 23
Walker St., New York.

McWilliams Mfg. Co., (rolling mills, driers,) 237 Eddy S, Provi-
dence, R. I.

The Merrill Co., (filter-presses) 343 Sansome S, San Francisco,
Cdlif.

Oliver United Filters, Inc., (filter-presses) 33 West 42, New York.

Pangborn Corp., (dust control equipment,) Hagerstown, Md.

Research Corp., (Cottrell precipitation systems) 405 Lexington
Ave., New York.

E. H. Sheldon & Co., (hoods, laboratory furniture)) 720 Nims St.,
Muskegon, Mich.

T. Shriver & Co., (filter-presses) 802 Hamilton St., Harrison, N. J.

D. R. Sperry & Co., (filter-presses,) Batavia, 111

Thermal Syndicate, Ltd., (quartz vessals) 12 East 46, New York.

U. S. Stoneware Co., (ceramics, tanks, jars,) Akron, Ohio.

Van Dorn Metd Furniture, (hoods, tables) 41 East 42, New York.

Western Precipitation Corp., (Cottrell precipitation systems,) 1016
West 9th St., Los Angeles, Cdif.



CHAPTER E
BOOKS TO READ

The books and articles that are listed below are mentioned either
because they are useful or because they are interesting to the worker
in precious metals.

Severd of the deders in precious metals have published cata
logues containing many facts of interest to the student and of
practical use to the worker. Some of these trade publications are
mentioned by name in Chapter X.

The large encyclopedias, and dl text and reference books in
chemistry give valuable information under the headings of "Gold,"
"Silver,” "Platinum Metals," "Alloys," and so on.

The monumental BIBLIOGRAPHY OF THE METALS OF
THE PLATINUM GROUP—1748 to 1917, by Dr. James Lewis
Howe and H. C. Holtz, published by the United States Geologica
Survey, is of particular value to students of the history of these
metals. See aso the titles listed at the end of Chapter XVII.

Some of the magazines that cater to the precious metal industries
aso sl books, and take pleasure in advising their subscribers.
Among such magazines are the following: The Jewelers Circular-
Keystone, 239 West 3%th S, New York City; The Manufacturing
Jeweler, 42 Weybosset St., Providence, R. 1.; Horology, 747 So. Hill
S, Los Angeles, California; The National Jeweler, 531 So. La Sdle
., Chicago, 111, and The Laboratory Technician, 220 West 42nd
., New York City.

For books on gem stones, consult the Gemologica Institute of
America, 541 South Alexandria Avenue, Los Angeles. Associated
345
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with this ingtitute are the American Gem Society, and the publica-
tion Gems and Gemology.
Several bulletins on the hazards connected with precious metal
refining are mentioned at the end of Chapter B of this Appendix.
For laws, standards and regulations relating to the precious
metals, see Chapter C of this Appendix.

* # *

BOOKS

JEWELRY, GEM CUTTING AND METALCRAFT. By W. T.
Baxter and Henry C. Dake. 224 pp. $250. McGraw-Hill Book
Company, Inc., New York. 1938.

THE SCIENCE OF DENTAL MATERIALS. By Eugene W.
Skinner. (Contains texts of American Dental Associgtion Spedificar
tions for dental amagam dloys, casting investment; impresson
compound; casting wax; inlay casting golds, mercury; wrought
gold wire aloys, cementing medium.) 411 pp. $450. W. B.
Saunders, Philadelphia.  1937.

THE METALLURGY OF GOLD. By SrT. K. Ro and W. A. C-
Newman. 561 pp. $15.00. Seventh edition. J. B. Lippincott
Co., Philadelphia. 1937.

TESTING PRECIOUS METALS. By C. M. Hoke. (See Chapter 9
of this book.) 59 pp. $100. Jewdes Technica Advice Co.,
New York. 1937.

PLATINUM AND ALLIED METALS. With bibliography. 137 pp.
Price 3s 4d. The Imperid Ingtitute, Mineral Resources Depart-
ment, South Kensington, London, England. 1936.

ANALYTISCHE CHEMIE DER EDELMETALLE. By Dr. Alfred
Wogrinz. (Band XXXVI, die Chemische Analyse) 141 pp.
Price, paper, 13 RM; bound, 1480 RM. Ferdinand Enke Verlag,
Stuttgart, Germany. 1936.

HANDBOOK FOR PROSPECTORS. By M. W. von Bernewitz.
372 pp. $3.00. McGraw-Hill Book Co., Inc., New York. 1935

THE METAL CLEANING HANDBOOK. By Robet W. Mitchell.
214 pp. $1.00. Published by the Magnus Chemicd Company
(manufacturers of cleaning materials), Garwood, New Jersey. 1935.

HANDBOOK FOR THE AMATEUR LAPIDARY. By J. Hary
Howard. 140 pp. $2.00. Published by J. H. Howard, 504 Crescent
Ave, Greenville, South Carolina.  1935*

WORKING IN PRECIOUS METALS. By,( FAL ~ ff. Eag ma
$6.75. N. A. G. Press, Ltd, 26:34°'9*">
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1934. (Obtainable aso from Henry Paulson & Co., 37 So. Wabash
Ave, Chicago.)

PRINCIPLES OF ELECTROPLATING AND ELECTROFORM-
ING. By William Blum and George B. Hogaboom. 424 pp.
$4.50. McGraw-Hill Book Co., New York. 1930.

A LIST OF ALLOYS. By William Campbel. 65 pp. Paper bound,
$150. Cloth bound, $2.00. American Society for Testing Mate-
rias, Philadelphia. 1930.

HOW TO MAKE JEWELRY. By George S. Overton. 298 pp. $3.00.
Walter B. Frost & Co., Providence, R. |.  1927.

HANDBOOK OF NON-FERROUS METALLURGY. Edited by
Donald M. Liddell, written by a d4f of experts. In two volumes.
(Chapters 28 and 29, in vol. 2, are of interest to workers in precious
metals) 1500 pp. $12.00. McGraw-Hill Book Co., New York.
1926

CHASING AND REPOUSSE. By Albert Wehde. 24 pp. $1.00. The
Tremonia Publishing Co., 621 Plymouth Court, Chicago. 1924.
THE PLATINUM METALS. By E. A. Smith. 120 pp. Sir Issac

Pitman & Sons, London. 1924.

A TEXTBOOK OF FIRE ASSAYING. By Edward E. Bugbee
254 pp. John Wiley & Sons, Inc., New York. 1922

HANDBOOK OF METALLURGY. By Carll Schnabd, trandated by
Henry Louis. Vol. 1, Copper, Lead, Slver, Gold. 1171 pp.
$13.50. 1921.

GEM-STONES AND THEIR DISTINCTIVE CHARACTERS. By
G. F. Herbert Smith. 314 pp. $3.00. Brentano's, New York.
1920.

RECOVERING PRECIOUS METALS FROM WASTE LIQUID
RESIDUES. By George E. Gee. 380 pp. $4.80. E. & F. N.
Spon, Limited, 57 Haymarket, SW.l. London. 1920.

JEWELRY MAKING AND DESIGN. By Augustus F. Rose and
Antonio Cirino. 463 pp. $5.00. Metd Crdfts Pub. Co., Provi-
dence, R. 1. 1917.

SILVERWORK AND JEWELRY. By H. Wilson and Unno Biseal.
496 pp. $250. D. Appleton and Co., New York. 1912.

THE ART OF THE GOLDSMITH AND JEWELLER. By Thomas
B. Wigley. 264 pp. $3.25. Chas. Giiffin & Co., Ltd., London.
1911.

THE ELECTRO-PLATING AND ELECTRO-REFINING OF
METALS. By Alexander Watt and Arnold Philip. 677 pp.
$4.50. D. Van Nostrand Co., New York. ion.
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ARTICLES

The reader will ling that some of these publications are out of
print, or difficllt to obtain for other reasons. However, many libraries
—for example the Engineering Societies Library, a& 29 Wes 39th
Street, New York City—are equipped to make photostatic copies, a a
smdl sum per page, of any publication.

PLATINUM AND ALLIED METALS. By H. W. Davis. 11 pp.
5 cents. Chapter from Minerds Yearbook, Bureau of Mines. 1939.

EFFECT OF COMPOSITION UPON PHYSICAL AND CHEMI-
CAL PROPERTIES OF 10-KARAT GOLD ALLQOYS. By Tracy
C. Jarrett. 9 pages. Metds Technology, October, 1939.

EFFECT OF COMPOSITION ON COLOR AND MELTING
POINT OF 10k, 12k, and 14k Gold Alloys. By Tracy C. Jarrett.
8 pp. Metds Technology, September, 1939.

NEW STONEWARE IN THE ELECTROCHEMICAL FIELD. By
Percy C. Kingsbury. Transactions Electrochemicd Society, pp.
303-310,1939.

DAS VERHALTEN DER EDELMETALLE UND IHRER KUP-
FERHALTIGEN LEGIERUNGEN GEGENUBER SAUER-
STOFF in fliissgem Zustande und beim Gliihen in fetem Zustande.
By E. Raub and M. Engel. Mitt. Forsch. Inst. Probieramts Edel-
metale, pp. 112, June, 1939. (Comprehensive review.)

ELECTROLYTIC SILVER REFINING. By Edmund Downs. (A
generd discusson) The Metd Industry, London, pp. 543-546,
vol. 54, May 19, 1939.

RECOVERY OF GOLD AND SILVER FROM PLATING SOLU-
TIONS. By Frank K. Savage. The Med Industry, New York,
p. 159, vol. 37, April, 1939.

REFINING $2,000,000 OF GOLD PER WEEK. By A. L. Entwistle.
(Description of the treatment of crude gold bullion a the Royd
Canadian Mint Refinay at Ottawa. See Chapter 22 of this book.)
Canadian Metds and Metdlurgica Industries, Toronto, Vol. 1,
January, pp. 3-8; February, pp. 53-56, 1938.

THE RECOVERY OF SILVER, GOLD AND MERCURY FROM
PRECIOUS METAL AMALGAMS. By C. M. Hoke. The Metd
Industry, New York, pp. 22-23, January, 1938.

PROPERTIES OF THE PLATINUM METALS, II. Tensle strengths
of platinum, paladium, and severd of their commercid dloys at
elevated temperatures, with a few .notes on high-temperature corro-
son resistance of platinum. By E. M. Wise and J. T. Eash. Metds
Technology, pp. 282-294, February, 1938. Alsoin.Trans. AI.M.E,
Vol. 128, Institute of Metals Division, pp. 282-294,'9""
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NEW PROCEDURE FOR THE ANALYSIS OF DENTAL GOLD
ALLOYS. By Rdeigh Gilchrist. Research Paper RP 1103, Journd
of Research of the Bureau of Standards, Vol. 20, pp. 745771, June,
1938.

A LIST OF LABORATORIES THAT MAKE ASSAYS, ANALYSES
AND TESTS ON ORES, MINERALS AND OTHER SUB-
STANCES. By C. W. Davis and M. W. von Bernewitz. 25 pp.
Bureau of Mines Information Circular I.C. 6999. March, 1938.

RECOVERY OF GOLD FROM BALBACH-THUM SLIMES AT
COPPER CLIFF, ONTARIO. By Frederic Benard. 5 pp. Metds
Technology, February, 1938.

OCCURRENCE AND TREATMENT OF MERCURY ORE AT
SMALL MINES. By M. W. von Bernewitz. 40 pp. Bureau of
Mines Information Circular I. C. 6966, Oct., 1937.

PLATINUM IN THE WORLD'S WORK. By Lonnelle Davison.
The National Geographic Magazine, Washington, D. C, Vol. 62, pp.
345-360. Sept., 1937.
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Babach Smelting & Refining Co., 337

Balbach-Thum process. See Thum

Bardach & Gran, 341

Barium dioxide, 203

Baxter, W. T., 346
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Coumbe, Clement W., 353
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Dee, and Co., Thomas J, 105, 337
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Dimethyl glyoxime, as precipitant, 160
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Dixon, William, Inc., 342
Dore, definition o, 273
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Engel, M., 309, 348
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Entwistle, A. L., 292, 348
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Evans, R. E., 350
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Ewing Bros,, 341
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Ferguson, James B., 339
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Filter-press, 243
Fire refining, 174, 313
First aid, 31, 49, 322
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Flue dust, 216, 229
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prepared, 314
Formic acid, 158
Friedman-Gesder Co., 340
Frying pan, 14, 17
Fumes, disposing d, 26, 241, 289
in Miller process, 252
in Wohlwill process, 259
trap for, 41, 42
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Buchner, 237, 238
Funnel support, 13, 14
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electric, 229, 302, 311
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tions, 150

GANDRUD, B. W., 350
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Glines & Rhodes, 337

Glow test, 99
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laws concerning, 330
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Imperial Ingtitute, 346
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Platinum Group
its rarity, 197
to ignite, 146, 181
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Knight, Maurice A., 344
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Leach, Robert H., 312, 352
Lead, 6
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buttons, 219
chloride, 69, 92
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in the Stock Pot, 154
nitrate, 70

sulphate, 71, 72, 283
Leaver, Ed S, 350
Leiman Bros, 344
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to melt, 39, 133, 314
Licenses to handle precious metals, 330
Liddell, Donald M., 347
Litharge, 219, 224, 262
Litmus paper, 100
Losses, 226, 229, 286
Low grade wastes, 210
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Masdl Dentd Laboratory, 338

Masks, gas, 328
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to recover, 187
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Michigan Jewelers Supply Co, 342
Miller, F B , 251
Miller process, 174, 251, 258
at Homestake Mine, 266
a Royd Mint, Ottawa, 292
Mining methods, 225
Mirror solutions, 83
Mismanagement a cause of losses, 232
Mitchell, Robert W , 346
Moehius process, 255, 274, 280, 284
Mond Nickel Co, Ltd, 202, 207, 231,
282
Montreal East, 291
Mortar and pestle, 113, 136
Mosher, M. A., 273, 350

NATIONAL Sdety Council, 32, 320,
325. 328
Nelson, George M, 208, 353
Neutralization of acid burns, 321
Neville, Robert P, 353
New Jersey Laboratory Supply Co, 339
New Orleans Jewelers Supply Co, 341
Newman, W A C, 346
Ney, J M, Co, 336
Nickel, 6
acquaintance experiments, 16
identifying, 98
in white golds, 67
Nitric acid, action on gold-silver and
platinum-silver a-
loys, 41, 52, 106,

133. M°
price d, 15
quantity required in refining, 42
to remove base metds with, 17,
40, 53, 72, 115
to remove excess d, 44, 55, 119,
126, 147, 175

OCCLUDED gasss in rréeéals 309, 313,

Ogburn, S C, J, 352
Ogden, Danid L, 312, 351
Old Hickory Powder Plant, 291
Oliver United Filters, Inc, 344
Orange Bros, 338
Orange powder, 107, 120, 176
to reduce, 121, 127, 158, 289
Orkin, William J, 341
Osmindium, 192
Osmium, 197, 200 See dso Platinum

Group

danger from oxide fumes, 200, 209,
3°9

to mdt, 312

to recover, 147, 285

3F

"QOus" and "ic" conditions, 157, 169
Overton, George S, 312, 347
Oxdlic acid, 59, 173
Oxidation and reduction, 157, 169
Oxygen, 23
cylinders, handling o, 326
flame and torch, 293, 304, 306, 311
melting gold with, 315

PACIFIC Platinum Works, 336
Paints, 240
Paladium, 103. See dso Platinum
Group
its solubility in acids, 109, 133, 178
its oxides, 109, 146, 178, 310
to anneal, 310
to dissolve, 109, 133, 146, 177, 178
to identify, 94, 97, 99
to mdt, 150, 310
to recover from solution, 148, 160,
166, 279
to repurify, 177, 284
to work, 310
Palladium solutions, and ammonia, 150,
177
and ammonium chloride, 108
and dimethyl glyoxime, 97, 160
and mercuric cyanide, 99
and stannous chloride, 94
"further treatment of’, 150
Palladium-ammonium-chloride, 108, 149
to reduce, 149, 158, 160
Paladosamine chloride, 152, 284, 289
Palo-Myers, Inc., 340
Pan, gold-washing, 51, 213, 216
Pangborn Corporation, 344
Paper storage, to refine, 49, 216
Passive dtate, 21
Paulson, Henry, & Co., 341
Pease & Curren, 338
Pen points, 192
Philip, Arnold, 250, 347
Phipps & Bird, Inc., 340
Photographers wastes, 85
Pickling solutions, 80
Plating baths, to recover gold or slver

from, 81
Platinum, 11, 103, 105, 197. See aso
Platinum Group
acquaintance experiments, 15, 106
action with nitric acid, 15, 106, 133,
1

40
action with sulphuric  acid,
141
dloys, to make up, 301
and ammonium chloride, 106, 120
and stannous chloride, 94
"black," 167, 300
-clad nickel and copper, 196
defective, 299

106,
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Platinum, melting point o, 293
solders, 103
sponge, 108, 122, 300
stamping laws, 333
to annea, 296
to cast, 317
to identify, 94
to melt, 119, 122, 220, 293, 298
to recover from aqua regia solution,
119, 138, 148
to recover from nitric acid solution,
141
to repurify, 175, 180, 284
to work, 296
volatilization o, 294, 309
Platinum-ammonium-chloride, 106, 120
to reduce, 121, 127, 158,
289
to wash, 121
Platinum Group, 103, 197
dloys involving members d,
66, 103, 130, 191,
192, 194, 199,
301
books on, 104, 206
colors o, no
glow test for, 9
in the Wohlwill process, 257,
259,279,281,284
occluded gases in, 309, 310, 313
oxides d, 198, 200, 309
rarity o, 197
separation of the, 200, 202
voldtilization d, 294
Polishings, to refing, 217
Porcelain, to dissolve, 182
Porcdan ware, care o, 17
Potato as condenser, 188
Powder metdlurgy, 311, 312
Pratt, C. L., J., 337
Precipitants, choice d, 55

metallic, 60
Preiser, B., Co., 340
Professond methods, 248
in the andl shop, 260
Purity of recovered metal, 63, 124, 170,
286

QUALITY marks, 332
Quartation, 52, 54, 249
Quartz vessds, 240, 288, 309

R. & H. CHEMICALS Department, 324
Radium, 240
Raper, A. R, 198, 207, 297, 312, 349
Raritan Copper Works, 254, 257, 273
Raub, E., 309, 348
Red powder, 108, 149

to reduce, 149, 158, 160

to repurify, 177

INDEX

Redding, Allen C, 208, 353
Refractories.  See Crucibles
Remington, Horace, & Son Co., 338
Research Corporation, 344
Retort for mercury, 188
Reversed current, to strip with, 184
Reynolds, E. W., Co., 340
Rhodium, 197. See dso Platinum Group
to melt, 311
to recover, 147, 285
to drip plate, 198
Ripstra, J. Henri, 341
Rods, for stirring, 14
Rogers, B. A., 349
Rolled gold, to refine, 67
Rose, Augustus F., 347
Rose, SirT. K., 193, 229, 246, 249, 251,
312, 346
Royd Mint a Ottawa, 292
Royer, M. B., 350
Ruthenium, 197, 199, 200. See dso
Platinum Group
oxides, 309,
to melt, 312,
to recover, 147, 285

SAMPLING, 222, 262
Sanborn, Frank, 208, 353
Sand, to disolve, 182
Sand bath, 34, 35
Sargent, E. H., & Co., 339
Savage, Frank K., 82, 348
Schmidt, H., & Son, 337
Schnabel, Carl, 347
Schoonover, Irl C, 349
Schwitter, Martin, 195, 207, 351
Sea water, recovering gold from. 10
Secondary metals, 251
Seifried, G. W., Co., 337
Sheldon, E. H., & Co., 344
Shdllac, to remove, 17
Shreve & Co., 336
Shriver, T., 8c Co., 344
Seve, 14, 16
Sieving sweeps, 213
Slver, 74
acquaintance experiments, 16, 37, 38
and stannous chloride, 95
as added metal in inquartation, 52,

75.79. 84
cement, 78
dectrolytic refining o, 255, 265,
274

in the Miller process, 252, 271
price o, 74

«ts o, their solubility, 79

scrap, to refing, 75

stamping laws and standards, 332
to identify, 91, 92

to melt, 75, 79, 312. 3i6



Silver, to recover from cyanide solution,
81, 186
from nitrate or sul-
phate solution, 7y
to repurify, 179
Silver chloride, to form, 37,-48, So
to reduce to dlver, 77, 83, 272
to disolve, 118
Siver Jar, definition o, 42, 48
to recover dlver from, 76, 116
Silver-rich buttons, 106, 140
Sil, C. S, 208, 297, 351
Skinner, Eugene W., 130, 312, 346
Smith, Ernest A., 208, 230, 312, 315,
317. 3i8, 334
346, 347, 349,
350
Smith, G. F. Herbert, 347
Smyth, Henry F., Jr., 328
Sodium chlorate, 55, 108, 114, 148
Sodium nitrite, 59, 172
Sodium sulphide, 85
Soft solder, 67, 71
"Solution", definition o, 89
Solutions, old, to recover, 217
Southwest Smelting & Refining Co., 338
Spearry & Co., D. R, 245, 344
Speyer Smelting & Refining Co., 338
Spoon-spatula, 14
Spot-plate, 92, 93
Spyco Smelting & Refining Co., 337
Stains on skin, 327
Stamping laws, 331
Standard solutions, to make up, 93
Standards, commercial, for precious metal
articles, 333
in foreign countries, 334
Stannous chloride testing solution, 92
Stas, J. S, 202, 204, 208, 354
Steam bath, 34, 35
Stedl. Seelron
Stern, 1., & Co,, Inc., 338
Stock Pot, definition of, 124, 143
to refine, 143, 153, 162, 168
Stoneware, 35, 36, 239, 283, 287
Stripping solutions, to recover meta
from, 80, 186
Stripping with the current, 185
Sulphur dioxide gas, 56, 157, 172
Sulphuric acid, action on platinum but-
tons, 106, 141
added to agua regia, 44, 72,
117, 120, 141
price o, 36
~>  removing base metals with, 53,
72, 141
to mix with weter, 54
Sulphuretted hydrogen, 128
Swanger, Wm. H., 137, 170, 208, 311,
35> 352. 353

Swartchild & Co., 341

Sweeps, procedure for, 213, 262
Sweeps reducer, 211

Swigart, E. & J, Co., 342

TAILINGS, digposa of find, 152
Taylor, N. O,, 131
Test for acid and alkalies, 100
copper, 9
gold, 90, 94
iron, 100
lead, 92-
mercury, 92, 95
nickel, 98
palladium, 94
platinum, 94, 97
Slver, 91, 95
Test tubes, 13, 14
to handle, 24
Test tube brush, 13, 14
Test tube clamp, 13, 14
Test tube support, 13, 14
Testing Solution A, 93
Thackwell, F. W., 350
Therma Syndicate, Ltd., 240, 288, 344
Thermo-couples, 196, 19
Thiosulphate (hypo) solutions, 85
Thomas, Arthur H., Co., 340
Thompson, Lewis, 251
Thum process, 255, 274, 291
Tin, 6
acquaintance experiments, 69
in <ft solder, 67
in the Stock Pot, 154
oxide, 171, 172
paste, 70, 72, 75
st (stannous chloride), 93
Tongs, 113, 114, 295
Touchstone tests, 102
Travis, Farber Co., 341
Triangle, pipeclay, 113
Tschantre, John A., 341
Tungsten, 192

UNITED States Asssy Officg 221, 280
U. S. Stoneware Co., 344

VACUUM pump, 237, 238

Vaence, 157, 169

Van Dorn Metd Furniture, 344
Ventilation, 30, 241

Venturi, 241, 306

Virgin metds, 249

Vitreosil, 240, 288

Volatilization of platinum metas, 294,

Von Bcernewitz, M. W., 328, 346, 349
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WAGOR, Elry J, 282

Waples, William S, 342

Wash-barrel  residues, disposd o, 153,
215

Wash-barrels, arrangements o, 244

vs. filter-presses, 243

Wash-bottle, 12, 13, 113

Watch glasses, 113, 114

Water and plumbing in the refinery, 31

digtilled, 23

Watt, Alexander, 250, 347

Wehde, Albert, 347

Western Electric Co., 73

Western Gold & Platinum Works, 336

Western Precipitation Corp., 344

Weyerts, W., 86, 350

White, S. S, Denta Co., 338

White gold, composition df, 66

dtracted by magnet, 115

Whiteley, J. O., 141, 156, 202, 208, 352

Wichers, Edward, 170, 204, 206, 207,
208, 349, 350,
352

Wigley, Thomas B., 312, 347

Wildberg Bros. Smelting & Refining Co.,
336
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Will Corporation, 340

Williams, Charles W., 338

Williams Gold Refining Co., 338

Williams, Reginald V., 352

Wilson, H., 347

Wilson, H. A., Co., 194, 337

Wise, E. M., 297, 3r3, 316, 348, 350,
35i

Wogrinz, Alfred, 346

Wohlwill process, 256, 265, 278, 281,
284, 291, 292

Wollaston's process, 311

Wodlf, J. A., 350

Wright, T. A., 223, 352

Wrought gold dloys, for dentistry, 131

YELLOW powder, 152, 284
to reduce, 158,
to reprecipitate, 177
Young-Nea Co., 343

ZINC, 6, 144
as precipitant, 60, 81, 144, 160, 163
to reduce slver sdts, 78,





